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FISCAL YEAR OVERVIEW
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BLACK AND WHITE PHO£OGRAPH

Figure 1-1

ITA's membership in CMDS added

the Materials Dispersion Apparatus

to the Consortium capabilities.

m

In initial plans made in 1985, the

Consortium for Materials Develop-

ment in Space (CMDS) embraced

three specific concepts:

• Commercial materials develop-

ment that benefit from unique

attributes of space,

• Commercial applications of

physical chemistry and materials

transport, and

• Prompt and frequent experi-

ments and operations in orbit.

These continue to be guiding con-

cepts for the CMDS.
Commercial materials develop-

ment is accomplished through sev-

eral individual projects typically

staffed by joint university-industry

teams. Materials projects pursued by

the CMDS, and the project team
members, are listed in Table 1-1.

These projects indeed involve appli-

cations of physical chemistry and

material transport in the unique

environment of space flight.

This fiscal year provided the first

opportunity for flight experiments

and operations. As Table 1-1 shows,
the Consort 1 suborbital rocket mis-

sion carried five investigations to

promote four of the projects. Later

parts of this report summarize by

project the results from this very

successful flight. Table 1-1 also tabu-
lates the demanding program of

flight investigations planned for fis-

cal 1990 and beyond. Many prepara-
tions for these coming missions were

necessary in fiscal 1989; subsequent

parts of this report describe these
efforts.

Initiation of two series of suborbi-

tal rocket missions became a con>

mercial development in its own

right. Its objectives are establishment
and demonstration of commercial

capabilities to prepare, integrate,

launch, and recover suborbital pay-
loads for materials and biotechnol-

ogy experiments. In attaining these

goals, the Consortium followed the
schedule in Table 1-2. The capabili-

ties and team organizations for the

Consort and Joust missions are in

Table 1-3. These suborbital options

will be used extensively by the sev-
eral Centers for the Commercial De-

velopment of Space (CCDS). The
Consort and Joust capabilities are

also available to paying customers

outside the CCDS family, and the

industry-UAH teams are publiciz-

ing this opportunity.
The suborbital rocket activity is

one example of commercial infra-

structure supporting the basic mate-

rials objectives of the Consortium.

Another example is a Universal

Small Experiment Container (USEC)

being designed for facile use in

Spacelab or Spacehab when either is
carried aboard the Shuttle, as well as

in the Shuttle middeck (Figure 2.2-2;

page 9). The USEC has been de-

signed by Wyle Laboratories in

Huntsville as part of their contribu-
tion to CMDS objectives. Wyle will

also market copies of the USEC to

other organizations needing such

containment for their flight equip-

ment. The preliminary design re-

view for the USEC was held Sept. 27,

1989. The CMDS plans to employ
three of four USECs aboard the first

flights of the U.S. Microgravity

Laboratory (USML-1) and Spacehab
in 1992.

Also planned for Spacehab 1, the

Consortium is procuring from Boe-

ing Commercial Space Development

Co. a copy of the crystal growth fur-

nace system that they have devel-

oped in connection with a Joint

Endeavor Agreement with NASA.
The furnace will be reconfigured

slightly to accommodate it aboard

Spacehab and to adapt it to the objec-
tives of the CMDS investigations.

The system will have three furnace

modules, each containing two am-

poules. For Spacehab 1, one furnace

each will be dedicated to experi-
ments for the Center for Commercial

Crystal Growth at Clarkson Univer-

sity, the Center for Space Processing

at Vanderbilt University, and the

CMDS. Thus, in procuring the fur-

nace system, UAH is acting on behalf

of a group of CCDS's. The CMDS

furnace modules will grow zinc se-
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by electrodeposition

Physical vapor transport
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Non-linear optical organic
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(_uest investigator)

Improved surface coatings :lee
and metal catalysts

ZnSe electro-optical
devices
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electrooptical devices
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and separation
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• •

:rontier Research Imppoved detector •
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(Negotiations under way
witl':prospective partner)

Teledyne Wah Chang
(]uest investigator)

Spacecraft surface
coatings

Composites of metals
and refractory materials

Improved systems for
commercial satellites

Lc,ckheed, GE, LANL

(Guest investigators)

Thiokol Corp. LigbLtweight space
structures

Improved cast iron

processes

Deere and Co.
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lenide (ZnSe) bv the physical vapor

transport technique.

As a service to potential new in-

dustrial users of NASA's ground-
based facilities, Instrumentation

Technology Associates (ITA),

through the CMDS, has prepared
two documents, Commercial User

Handbook and I)lanning Guide for

NASA Ground-Based Microgravi_,

Facilities, and Typical Micrugravity

Experiment Data Results from
NASA's Ground-Based Facilities.

These will be reviewed and printed

in fiscal 1990.

ITA also provided a Materials

Dispersion Apparatus that flew on
Consort 1 (Fig. 1-1). This unit, with

provisions to support multiple ex-

periments, was used on Consurt 1 by
several investigators through ar-

rangements with ITA.
A new task initiated by the Con-

sortium in 1989 is the commerciali-

zatiun of space fluid management.

This is geared towards the _ontrol

and transfer of fluids for use in space,

and in the space environment Initial

Table 1-1

Consort/Joust

Procurement Schedule

Solicitation to industry Feb. 15, 1989
Preproposal briefing Feb. 24, 1989
Proposals received April 10, 1989
Evaluation April 11-28, 1989
Contracts awarded May 5, 1989
Consort 2 launch Nov. 15, 1989

Joust 1 launch (Oct. 1990)

Table 1-2

mCMDS '89



Consort & Joust Characteristics

Consort

Space Services Inc.

McDonnell Douglas

Space Systems Co.

Wyle
Laboratories

300 kg

44 x 350 cm

~7 min.

10-4

CMDS

Vehicle

Payload

Integration

Testing

vibration, etc.)

Joust

I

Space Data Corp.

Teledyne Brown

Engineering

Wyle
Laboratories

Payload Characteristics
Mass

Size (diam. x length)

Duration

g-level

236 kg

102 x 102 cm

~14 min.

10-4

Table 1-3

Table 1-4

CONSORTIUM FOR MATERIALS

DEVELOPMENT IN SPACE

Government _: Universities
t_I ........ I(non-NASA)

, 1UNIVERSITY OF ALABAMA t COUNCIL

IN HUNTSVILLE _ .........._ .......

i

CONSORTIUM
DIRECTORATE I

CMDS I: CMDS IProject Project

Industries I_

' _ T

i

etc. tl

ml

efforts will lead to a national confer-

ence on the subject in March 1990.
Administration of the Consortium

in fiscal 1989 continued within the

structure established in earlier years
(Table 1-4). Toward the end of the

year, arrangements were made to
add a Consortium Assistant Director

to accommodate the growing ad-
ministrative workload associated

with the increasing flight rate.
The Consortium Council met

twice--on Dec. 14, 1988, and April
26, 1989. At the first of these, the

Council acted on applications for
new members. The Council accepted

the application of Thiokol Corp. for

membership with Council represen-

tation. They also approved the appli-
cation of 1TA for associate member-

ship. Martin Marietta communi-
cated its decision to discontinue

work on atomic oxygen interactions

with materials in space, and accord-

ingly withdrew from Consortium

membership.
The Council had its second busi-

ness meeting at Guntersville (Ala.)

State Park just preceding the annual
review. As has become the custom,

each project reported its progress as

part of the Guntersville conference.

These reports included early results

from the Consort 1 flight.
As this overview demonstrates,

fiscal 1989 has indeed been an active

and productive year for the Consor-

tium. Specific details can be found in
the remainder of this report.

CMDS '89



Key to tile Consortium's develop-
ment of materials "in space" are

flight opportunities which place
experiment payloads in space for

periods ranging from minutes to

days, then return them to Earth for

analysis and development of follow-

on experiments.

2

FLIGHT PROJECTS

In 1988 CMDS and NASA's Office

of Commercial Programs initiated

planning for acquisition of commer-
cial suborbital launch services to

provide a range of early flight oppor-
tunities.

The key element in this activity

was that the CMDS sought commer-

cial launch services. The CMDS speci-

fied the payload mass and the period

and level of "microgravity" desired.
The contractor selected the vehicle

and provided launch licensing and

range services. This was analogous

to purchasing an airplane ticket and

having the airline provide the air-

craft, flight services, etc.

Two suborbital launch programs
are now active under the CMDS--

Consort, initiated in 1988 and which

had its first launch in March 1989,

and Joust, which will have its first
launch in the fall of 1990.

Teamwork is an important factor
in the success of the CMDS suborbi-

tal program. In addition to the men>
bers of the Consortium and the

launch services contractors, CMDS

has been supported by three
Huntsville firms: McDonnell

Douglas Space Systems Co., Tele-

dyne Brown Engineering (Consort

and Joust payload integration, re-

spectively), and Wyle Laboratories

(verification testing).

Consort program

The Consort program is designed

to provide more than 7 minutes of

"microgravity" at less than 10 4g for a

300-kg. (650 lbs.) payload. The pay-
load itself is 43.8 cm (17.3 inches) in

diameter and 350 cm (11.5 feet) tall.

The Consort missions are launched

by the Starfire 1vehicle developed by

Space Services Inc. of America in

Houston, Texas (Fig. 2.1-1 ). Staff ire I
is a variation on the Terrier-Black

Brant sounding rocket and other

proven hardware designs. The pri-

mary difference is substitution of a

more powerful Thiokol TX664-4
motor for the Terrier first stage.

Launch of Consort 1 took place on
March 2q, 1989, at the White Sands

Missile Range in New Mexico. First

and second stage solid rocket motors

boosted the payload to an altitude of

301 km (187 miles). During the coast

period above the atmosphere the

payload experienced g-levels less

than 104 g for 7 minutes. At the end of

the coast period the payload was

"spun up" to reduce re-entry heating

effects. After re-entry, drogue and

main parachutes were deployed,

and the payload landed approxi-

mately 93 km (58 miles) nortl_ of the
launch site about 14 minutes after

lift-off. A special report on the Con-

sort I flight is provided on pages 11-
16.

Consort 2 is to be launched from

White Sands in November 1989, with

12 experiments provided by CMDS

plus three other Centers for Com-

mercial l)evelopment of Space
(CCDS): the Center for Advanced

Materials at Battelle, the Center for

Cell Research at Pennsylvania State

University, and Bioserve Space

Technologies at the University of

Colorado. The payload includes five

experiments and two accelerometer

systems which flew on Consort 1 and

seven new experiments, designed

and developed since Consort 1. The

intent is to phase in experiments
from flight to flight so that each ex-

perimenter has an opportunity for

two flights and to improve hardware

and repeat earlier results.

The reflight experiments con-
tained in the lower two-thirds of the

Consort 2 payload are:

• Materials Dispersion Apparatus
will allow several researchers the

opportunity to study a variety of

phenomena including bone mar-

row growth, organic cell growth

2.1

SUBORBITAL CARRIERS
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Experiment
Payload
Section

Figure2.1-1
Consort launch vehicle

im

and diffusion phenomena. The

small test chambers allow many

researchers to perform experi-
ments in a small volume.

• Demixing of immiscible poly-

mers experiment will photo-

graph the initial stages of demix-

ing, and may be able to see some

systems completely separated
after their mixing in low-g. In
addition, the effect of container

shape and liquid contact angle on

demixing can be photographed.

Ultimately, this information will

be used for biological cell separa-
tion (described on page 28).

• Electrodeposition apparatus will

obtain samples of nickel and co-

balt deposited over a range of
current densities and also to ob-

tain codeposited particles and

metals for later analysis. These

results may yield new forms of
catalysts (page 17).

• Elastomer modified epoxy resins

will yield samples processed in

low-g that are adequate for deter-

mining the morphology of these

resins, as well as provide speci-

mens for tensile testing. New

forms of epoxy may ultimately

emerge (page 31).

• Foam formation apparatus will

produce a sample of polyure-

thane foam with aluminum par-

ticles in low-g. This sample will

be analyzed for cell morphology,
thermal conductivity and com-

pressive strength. The foaming

process will be photographed
during microgravity to assist in

understanding the formation

process. A better understanding

of the foam formation process

should result (page 45).

• Low-g, 3-axis accelerometer

package and the UAH acceler-

ometer package will measure g-

levels during the flight (page 47).

Seven new experiments contained

in the upper segment of the Consort

2 payload are:

• Improved Materials Dispersion

Apparatus, based on the MDA

described above, will carry addi-

tional biological experiments.

• Automated generic biopro-

cessing apparatus will provide an

opportu n ity for stud yin g biol ogi-
cal reaction kinematics. This in-

cludes tubulin self-assembly into

microtubules, fibrin polymeriza-

tion and collagen polymeriza-

tion, microorganism nutrient

uptake, tiposome formation and

binding of rhizobia to plant root

hairs (Bioserve Space Technolo-

gies).
• Biomodulewill test cellular secre-

tion which is the basis of cellular

communication (Center for Cell

Research).

• Polymer thin film apparatus will

use ultraviolet light to cure a

polymer liquid containing sus-

pended aluminum flakes. The re-
sultant thin film will be evaluated

for the distribution of aluminum

flakes and for optical and electri-

cal properties (Thiokol Corp.).

• Polymer membrane processing
will seek an understanding of the
effect of convection-driven cur-

rents in the transport processes

which occur during the evapora-

tion casting of polymer mem-
branes (Battelle Advanced Mate-

rials CCDS).

• Multiphase polymer curing will

study phase dispersion in order

to acquire a better understanding

of the fundamental properties of

thermoplastic and thermosetting

composites (Battelle Advanced
Materials CCDS).

• Plasma polymerization in micro-

gravity will generate carbon par-

ticles or fihns from acetylene in a

10 kilohertz alternating current

plasma. A photographic record

will be made of the process (Bat-
telle Advanced Materials CCDS).

Experiments are integrated into a

payload module approximately 350

cm in length, 44 cm in diameter and

weighing approximately 280 kg.

The entire payload module is
sealed to maintain a pressure of one

atmosphere throughout the flight.

Three pressure-tight bulkheads are

provided: one at the top of the pay-
load, one at the bottom and one be-

low the upper payload compart-

ment. This provides two separate

I CMDS '89



compartments so that if one should
leak the other would still maintain

one atmosphere of pressure. The

experiments are mounted on longer-
ons which are attached to a bulkhead

on one end and pinned on the other.

This facilitates the integration of the

experiments on the payload module,

and permits all experiment to be
assembled and tested on its own

mounting plate.

The payload module provides

power to the experiments through a
Power Distribution and Control Unit

(PDCU). During flight, the PDCU re-

ceives power from either of two bat-

terv packages and distributes it to

payload experiments and support

systems. During ground operations,
the PDCU can also receive and dis-

tribute power from a ground power
source via an umbilical. The PDCU

provides for discrete experiment

on/off control, current limiting and

power usage monitoring as well as

battery monitoring and charging.

The payload module sends lift-off

and low-g signals to the experiments

via a signal distribution board. The

experiment serial outputs are trans-

mitted through the ground umbilical

and through telemetry. Experiments

receive communications through the

ground unlbilical only. Experiment

data are transmitted by the rocket to

a ground station during flight and

recorded on nine-track magnetic

tape. Selected transmissions are sent
to experiment monitors at the launch

complex.

The mission profile for Consort 2 is

expected to be identical to Consort 1.

Joust program

After a contract competition in

February 198% Space Data Corp. of
Chandler, Arizona, was selected to

provide its Prospector vehicle for the

Joust series. Prospector is based on

the Castor IV-A booster developed
for the Delta I1 launcher, and on

other proven vehicle elements (Fig.
2.1-2).

The Joust series of launches will

provide 14 minutes of low-g for a

payload weighing 236 kg. (520 lbs.).

The payload envelope is 102 cm (40

inches) in diameter and 102 cm (40

inches) tall.

Launches will be from the Eastern

Test Range at Cape Canaveral, Fla.,

and will involve water recovery to

the east of the Cape. Total flight time

will be 27 minutes, including 14

minutes of experiment time <at less

than 10-4g. The payload will reach an
altitude of more than 804 km (540

miles) and will splash down 54 km

(34 miles) away.

The Joust 1 payload has three hm-

gitudinal longeron pairs on which

the payload elements w_ll be

mounted (Fig. 2.1-3). This will allow

payloads to be interchangeable with
Consort.

The Joust 1 payload, slated for
launch in the fall of 1990, is in defini-

tion at this writing.

Payload support

The CMDS has designed both the

Consort and Joust payload sections

to provide several services to the ex-

perimenters, including:
• Power Distribution and Control

Unit (I'DCU) delivering 28-volt

electrical power from NiCd F-ceil
batteries, discrete on/off control,

current limits, and power lnoni-

toring,
• Experiment Interface Unit (E1U)

allowing two-way comnlunica-

tions with the payload over stan-
dard serial interfaces ,at 9,600

baud while on the ground. Lift-
off and microgravity-onset sig-

nals also are provided to the pay-

load, and data may be transmit-

ted in flight,

, Three-axis accelerorneter pack-

age with a resolution exceed-

ingl 0 _g,

. Access to the payload up t_ a few

hours before launch, dept'nding

on experiment needs,

. l'relaunch payload temperature

control by means of a styrofoam

enclosure and air conditioning,
and

• Recoverv of the intact payload.

Experiment
Payload
Section

/\

Figure 2.1-2
Joust launch vehicle

(
Figure 2.1-3
Joust cross-section shows how

Consort-size payload elements

(shaded) can be accommodated.

m[ CMDS '89



2.2

ORBITAL CARRIERS

Figure 2.2-1
Interior of GAS-105 showing appara-

tus for electrodeposition on left side

and demixing of immiscible polymers

(without camera) at right.

ORIGINAL PAGE

BLACK _ Y_I-tLIE p.]-iO]OG[:VkP__H

Figure 2.2-2

Reflectometer planned for use on
CONCAP-2

Extended low-g time will be pro-

vided to CMDS experimenters in the

1990's by facilities carried aboard the

U.S. Space Shuttle. Experiment hard-
ware carried aboard the missions

often have much design heritage in
common with Consort and Joust

hardware; other items will be unique

to Shuttle. The principal differences

are the period of low-g time, and the

resources (power, data, volume,

mass), available to the experimenter.

Space Shuttle missions last a mini-

mum of 4 days and, in the case of

Spacelab payloads, may last up to 10

days or more. The entire flight pe-

riod is not available to the experi-

menter, though. Such missions typi-

cally have large numbers of experi-

ments requiring equal attention, and

an individual experiment may be

run for only a day or two. This still is
more than two orders of magnitude

greater than what is possible with
suborbital carriers, and, when com-

bined with additional resources,

make shuttleborne facilities highly
desirable.

Several CMDS experiments now

under development will take advan-

tage of the orbital carriers outlined

presently.

Getaway Special

The Small, Self-Contained Pay-

load--popularly known as the Get-

away Special--an independent pay-

load mounted in the Shuttle payload

bay. A Getaway Special uses a canis-

ter-shaped container 48.3 cm (19 in.)
in diameter and 50.8 cm (20 in.) tall;

payload mass may be up to 91 kg (200

lbs.). Normally it is fully autono-

mous and takes only on/off com-
mands from the flight crew. This

"small" capability has been used by

many experimenters in "proof of

principle" demonstrations before
scaling up to larger experiments.

As now configured, Getaway Spe-

cial 105 (GAS 105) contains equip-

ment to support four CMDS projects.

Initial planning for GAS 105, predat-

ing establishment of the Consor-

tium, and embraced a joint effort be-

tween UAH and the Space & Rocket

Center as a sequel to GAS 007 flown

successfully on the STS 61-C mission

in 1985 (Fig 2.2-1). GAS 007 carried

out several student experiments and

a communications experiment for

the Marshall Space Flight Center
Amateur Radio Club. As part of this

heritage, a single student experi-
ment is included in GAS 105. Also,

several electrical and mechanical

support systems are derived from

systems provided on GAS 007.
Four of the Consortium experi-

ments on GAS 105 utilize the micro-

gravity environment of space, and

one requires exposure to the radia-
tion environment. Consortium in-

vestigations are:

• Separation of immiscible poly-

mers (page 28),

• Nonlinear optical organic thin

films (page 24) and crystals (page
23),

• Electrodeposition and codeposi-

tion (page 17), and
• Nuclear track detector materials,

(page 32).
The scientific investigations in-

volved in each of these is described

on the indicated pages; details of the

flight projects are in the CMDS 1988

report.
During this year the final safety

data package was submitted to

NASA for review and approval.

Components of GAS 105 are now in

final assembly and test.

Flight readiness of GAS 105 is

scheduled for the spring of 1990. This

anticipates that a flight opportunity

is likely in the summer of 1990.

An exciting extension of the GAS

concept is the Complex Autono-

mous Payload (CAP) program
which allows GAS-type payloads to

be flown with higher priority. CON-
CAP-2--the Consortium Complex

Autonomous Payload--will carry

two types of experiments concerning

materials surface reactions resulting

from exposure to the low Earth orbit
environment.

Materials facing into the velocity
vector (i.e., the "windward" side) of



aspacecraftareexposedto afluxof
atomicoxygenatenergiesaround5
electronvolts(eV).Inadditiontosig-
nificantimplicationsin theselection
of protectivesurfacesforspacecraft,
thisfluxcanalsobeusedin thetreat-
mentofspecializedmaterials.CON-
CAP-2will useaGAScanwitha lid
thatopensinorbittoexposeseveral
classesof samplesplus four flux
measurementdevices.

The first CONCAPexperiment
will exposesamplesof high-tem-
peraturesuperconductors(HTSC)to
theatomicoxygenflux.Experiments
attheLosAlamosNationalLabora-
tory haveshownthatoxygen-defi-
cient HTSC films (YBa2Ca307)
couldbeconvertedtohigh-perform-
ancematerialsbyprocessingin hy-
perthermaloxygen.Thestudyofthe
physicsandchemistryof suchsur-
faceinteractionsis thesubjectof an
on-goinginvestigationattheCMDS.

For CONCAP-2,superconductor
materialswill bepreparedandchar-
acterizedontheground,exposedto
theatomicoxygenenvironmentin
space,thenrecharacterizedon the
groundafterflight.A subsetof the
sampleswill bemountedona hot
platetoholdtheirtemperatureat300
to 320°C.Reflectometers(Fig.2.2-2)
will measurehowoxygenfromthe
spaceenvironmentis scatteredoff
exposedsurfaces.Thedesignwas
provenontheSTS-8Shuttleflightin
1983.

ThesecondCONCAPexperiment
involvespreparationandlongevity
of othermaterialsin hyperthermal
oxygen.Severalsamplesof passive
materialswill becarriedto predict
materialsdegradationonspacecraft,
acquireaccuratedataon materials
reactionratesin thespaceenviron-
ment,testoxidation-resistantcoat-
ings for commercialuse,develop
new materialsbasedon energetic
molecularbeam processing,and
advancethe fundamentalunder-
standingoffastatominteractionsat
surfaces.

Theexperimentsrequire4 to 10
hoursofexposuretothespaceenvi-
ronmentwiththeSpaceShuttlepay-
loadbaypointedinto thevelocity

vector.Flighttentativelyissetforthe
lasthalfof1990.

Universal Small

Experiment Container

The wide range of carriers now

available for the Space Shuttle has

made payload design more difficult

for the project manager. Assignment

to one flight can restrict an experi-

ment to that flight or one with com-

parable facilities. Reassignment may

require extensive redesign in order

to switch an inside payload from

middeck to Spacelab, for example. In

1989 Wyle Laboratories, as a part of

its participation in the CMDS, initi-

ated design of a Universal Small Ex-

periment Container (USEC) which

would be compatible with Spacelab
racks, middeck lockers, and

ORIGINAL PAGE IS
OF POOR QUALITY

Spacehab, and which would provide

a pressure vessel for hazardous

material (Fig. 2.2-3).
The USEC's inside dimensions

(available to the experimenter) will

be 43.9 cm (17.3 in.) high, 41.7 cm
(16.4 in.) wide, and 49.5 cm (19.5 in.)

deep. It will accommodate a total
mass of 85 kg (187 lbs.) of mass for the

Spacelab rack. A door will allow

opening and closing in orbit and will

also withstand a 20 psia pressure
differential. Utility feed-throughs

will be provided for four cables (two

coaxial, one data, one power), and a
vacuum line. Brackets inside the

USEC will allow the investigators to

Figure 2.2.3

Exploded view of the proposed de-

sign for Wyle's Universal Small Ex-

periment Carrier.
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Figure2.2-4
GenerallayoutoftheCMDSFacility
rackplannedfor USML-1.Thepay-
loadelementsare: FFLG--Forma-
tionofFoaminLowGravity,EDEP--
Electrodeposition;NLOOTF--Non-
LinearOrganicOpticalThinFilms;
NLOOC--Non-LinearOrganicOpti-
calCrystals.

insert experiment mounting plates.

A flight-ready USEC will be attached

by an aft mounting plate matching

the mounting scheme for tile Shuttle

middeck lockers, or by fixtures

matching the standard rack mounts

on Spacelab.
Four USECs are to be flown aboard

the first U.S. Microgravity Labora-

tory (USML-1) mission in March

1992. Another flight set is planned

for tile Spacehab mission, now set for

September 1992. The preliminary de-

sign of tlle USEC was completed in

the summer of 1989 and a design

review was held Sept. 25, 1989. Ac-

tivities planned for fiscal 1990 in-

clude the final design work and the

critical design review, fabrication

and testing of a qualification unit,

and fabrication of tile first flight unit

for delivery ill late 1990.

Spacelab

A large, valuable experiment facil-

ity aboard Shuttle is Spacelab, a

European-developed laboratory

which fits in the Shuttle payload bay.

To make the widest possible use of

Spacelab facilities that will make up
USML, NASA's Office of Commer-

cial Programs in 1988 announced
that some USML-1 resources would

be available to the Centers for Com-

mercial Development of Space. As a
result, a double rack aboard USML-1

will be equipped with CMDS experi-

ments, including:

• Non-linear optical organic crys-

tals (page 23) and thin films (page
24),

• Electrodeposition (page 17), and

• Foam formation (page 45).

The scientific investigations in-
volved in each of these is described

on the indicated pages. Much of the

hardware proposed will use designs

developed for the Consort 1 and

GAS-105 missions described on pre-

vious pages and would be mounted
in a 40-inch, double rack in the

Spacelab module (Fig. 2.2-4). Al-

though several of the experiments
will be automated, USML will allow

flight of a larger number of devices

than a GAS can allows, and permit

easier monitoring of operational

parameters. Preliminary details of

the experiments may be found in the

1988 CMDS annual report. These

remain current with the exception of

the foam formation experiment

which will now be conducted by two
automated devices within the CMDS

Facility.

Spacehab

Spacehab is a commercially-devel-

oped annex to the Shuttle orbiter
middeck and can be outfitted with

middeck lockers or Space Station-
type racks. The CMDS is exploring

the use of Spacehab missions to ex-

pand the flight opportunities avail-

able to it. The Spacehab 1 flight,

scheduled for September 1992, is

slated to carry the Boeing/CMDS

Physical Vapor Transport Furnace

experiment in a special rack de-

signed for large middeck payloads.

CMDS experiments aboard

Spacehab will also place additional

emphasis on the phase-partitioning

and polymer blend experiments.

Space Station Freedom

Although it is still in the advanced

design phase, Space Station Freedom
is being considered by CMDS for

eventual use as an experiment facil-

ity. The permanent availability of a

wide range of experiment facilities in
orbit would be highly attractive.
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Introduction
Consort I was the first ]ow-g ma-

terials processing payload to be

launched by a commercially licensed
rocket ill tile United States. ft carried

six experiment devices which oper-

ated as planned during a seven-

minute, suborbital ]ow-g flight and
were returned in excellent condition

to tile investigators within four

hours of launch. Nearly 150 physical

samples supported by measure-

ments and photographs made dur-

ing the flight were obtained for

analysis. In addition to the experi-
mental data returned, tile success of

Consort 1 demonstrated the ability

of industry, working with university

centers and government agencies, to

rapidly prepare and launch pay-
loads.

Space Services Inc. of America. The

Starfire is a two-stage, solid-propel-

lant rocket with highly reliable sys-

tems for staging, telemetry, boost

guidance, rate control and recovery.

WSMR launch complex 36 was used

for payload and rocket assembly and

launch operations. The photograph

on the cover of this report was taken

a few seconds after first stage igni-
tion. Debris which is visible in the

rocket plume is the remains (,f a sty-
rofoam box which protected the

payload from exposure to low ten>

peratures during launch count-

down. The Starfire placed the pay-

load into a ballistic trajectory provid-
ing approximately seven mil_utes of

low gravity (<10 _g) with some vari-

ations due to the operation of on-

3
FLIGHT OF CONSORT 1
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Flight
Consort 1, the first in a series of

low-g materials processing experi-

ment payloads sponsored bv
NASA's Office of Commercial Pro-

grams, was launched from the White

Sands Missile Range (WSMR) in
New Mexico on March 29, 1989. The

general experimental objectives of
the Consort 1 mission were

• Investigation of materials proc-

essing in low-g where the poten-

tial for commercial applications
has been identified, and

• Development of operational con-

cepts and flight qualified hard-

>,,are for future missions using

Space Shuttle facilities such as

Spacelab.
This mission was the first to be

accomplished under new Depart-

ment of Transportation regulations

for commercial space launches. Pay-

load development, acquisition of

rocket systems, systems integration,

testing and latmch operations were

completed in approximately one

year. Tile success of Consort I has
been hailed as a milestone ill tlle

evolution of commercial launch

services in the United States.

The launch vehicle for Consort I

was a Starfire I vehicle furnished bv

board systems and rat(,' control

thruster firings.

The payload for Consort I was

selected from among research activi-

ties under way at the CMDS. After

approval of the Consort 1 ftigh! by

the CMDS and NASA, the respective

investgators started developing

flight hardware. In several cases they

were able to adapt hardware or de-

signs originally intended for flight

aboard the KC-135, a Getaway Spe-

cial, or other programs.

The payload went through ,.;everal

test and integration activiiies in

Figure 3-1

Anita Shelton of McDonnell Douglas

works in the gas vent section of the

sintering furnace apparatus.
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Figure 3-2
Hind Abi-Akar works on the elec-

trodeposition experiment.

Figure 3-3

Major elements of the Consort 1

payload, as viewed from opposite
sides, are depicted on page 13.

Table 3-1

Huntsville as it was prepared for

flight. McDonnell Douglas Space
Systems Co., under George Maybee,

supervised integration of the pay-
load elements at UAH. Several un-

dergraduate and graduate students

were involved in this activity with

MDSSC engineers. Vibration and

other tests were performed at Wyle
Laboratories in Huntsville. The

Army Missile Command at Red-

stone Arsenal provided spin-bal-

ance testing which was crucial to

keeping the payload stable during

Event

CONSORT 1 MISSION SEQUENCE
Time Altitude Range
(sec.) (km MSL) (km)

Velocity
(m/sec)

MAX Q 6.0 2.9 0.2 553.8

BBVC ignition t 2.0 6.1 0.5 492.0
S-19 end of guidance 18.0 9.5 0.6 685.8
Max Q/BBVC 19.0 10.3 0.8 723.8
BBVC burnout 44.5 46.4 3.9 2217.1

Yo-yo despin 51.0 61.0 5.2 2116.8
Nose tip ejection 54.0 67.3 5.8 2085.8
Payload/motor separation 57.0 73.4 6.3 2061.7
Body rates nulled 67,0 93,5 8.4 1965.1
Begin micro-g 72.0 103.2 9.3 1916.3
Apex 281.0 301.2 49.1 207,9
End micro-g 491.0 102.0 86.3 1925.1
RCS spin-up 514.0 57.2 89.8 2134.2
S-19 power off 520.0 44,3 91,0 2180.8
Max-Q re-entry 538.0 15,9 93,1 691,3
Main chute deployed 621.0 4.8 94.2 96.9

Landing 861.0 1.5 93.4 16.5

the low-g phase. Finally, the payload

was subjected to mission sequence
tests which simulated a flight from

start to finish, including furnace

heating cycles and onboard photog-

raphy.

In early March, the Consort I pay-

load was shipped to White Sands by
truck. Most members of the Consort

team flew in a few days later and,

with the investigators, started an
exhaustive set of tests which in-

cluded running all the experiments

through their paces and the gradual

build-up of the complete payload.

This led to a complete mission se-

quence test approximately two days
before launch.

Meanwhile, SSI and its contractors

were assembling the Starfire I ve-
hicle on the launch pad about a half-

mile away from the integration
building. On the morning of the 28th,

the completed payload and flight
vehicle were brought together for

the first time, and all systems were
connected to instrumentation in the

blockhouse. A styrofoam box was

assembled around the payload to

protect it from temperature ex-

tremes. In the early hours of the 29th,

the completed Stafire/Consort ve-
hicle was elevated and aimed at the

sky.

The countdown proceeded

smoothly and virtually without mis-

hap. A small change in the wind
caused some concern, but did not

slow the pace. About a mile from the

launch pad a contingent of the news
media and SSI investors watched.

Finally, at T-0, the first stage of the
Starfire I vehicle flashed into life and

rammed the Consort 1 payload sky-
ward. It burned out on schedule, and

a few seconds later the second stage

ignited for a longer burn (a few ob-

servers saw the first stage plummet

back to Earth after separation). For

the most part the observers only

knew what they could see from the

viewing site, but inside the integra-

tion building CMDS and SSI officials

were watching accelerometer te-

lemetry that showed the payload

stabilize itself for the microgravity

coast phase, then shudder slightly as
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Figure 3-4

All hands gather for the final stages of

payload integration and test.
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Table 3-2

experiment motors and cameras did
their work. Then tile accelerometers

went "off scale" as re-entry started

and tile payload plummeted back to
Earth. At several miles altitude the

parachutes were deployed and the

payload was lowered to the desert

floor. As soon as range safety con-

firmed that the payload was down,
White Sands, CMDS and SSI teams

were dispatched to recover the pay-
load.

From launch to impact, tile flight

lasted approximately 14.4 minutes.

Maximum velocity, reached at sec-

ond stage burnout, was approxi-

mately 7,980 km/hr. Payload apex,
301 kin, was reached approximately

4.7 minutes into the flight. The pay-

Materials Dispersion Apparatus

Experiment Materials

Bic medical Applications
Collagen polymerization (Bioserve Center, University of Colorado)

• Fibrin clot formation (Bioserve Center)
• Protein diffusion modeling (RANTEK Corp., University of Kentucky)
• Phenytoin precipitation (University of Arizona, NIST)
• Microtubule function (Penn State University, Center for Cell Research)

Manufacturing Processes
• Liquid/solid diffusion studies (Teledyne Brown Engineering)

• Ceramic and polymer membrane formation (NIST)
• Transport between immiscible fluids (NIST)

Baseline Data for Microgravity Experimentation

• Wetting and fluid flows in microgravity (NtST)
• Diffusion across fluid interfaces in microgravity (NIST)
• Effect of re-entry loads on materials processing products made in space

(ITA, University of Wisconsin, NIST)

load landed 93 km down range, was

recovered by helicopter and a truck,
and returned to the LC-36 vehicle

assembly building within four hours
of launch.

Experiments
Consort 1 accommodated six ex-

periment devices, five of which
which reflect work under way at the

CMDS. An overview of tile prelimi-

nary results is given here; greater

detail may be found elsewhere in this

report.
The experiment payload was a

cylinder 44 cm in diameter and 350
cm long. It weighed approximately

279 kg. Six experiments, two acceler-

ometers, an experiment control

computer and four battery packages
were included in the payload. In the

upper compartment, above the
ground umbilical section, hardware

was arranged symmetrically about

the longitudinal axis. The lower

compartments, which contained five

of the six experiments, were divided

into half-cylinders by longerons and

mounting plates. This allowed ex-

periments to be mounted in readily
accessible locations on both sides of

the payload centerline.

Brief descriptions of the experi-

ments are given here; full details

may be found in the individual en-
tries that follow in this report.

Powdered Metal Sintering: The

objective of this experiment was to
examine the influences of low grav-

ity on sintering processes using cop-

per as the liquid-phase element and

tungsten, cobalt and iron as solid-

phase elements. All samples reached

their desired processing tempera-

tures (1,114:C) during the low-g pe-

riod. The low-g samples were physi-

cally more uniform than the samples

processed in 1-g. Their external sur-

faces were symmetric in appearance

and they had a different hue than the

1-g reference. The same samples

processed in a 1-g environment

tended to be less uniform in shape

with an irregular surface. The uni-

formity of the ]ow-g samples at this

high liquid composition was far

greater than its 1-g counterpart,



whichwas one of the desired results

Materials Dispersion Apparatus:
The MDA Minilab, an automated de-

vice weighing less than 2.3 kg, has

the capability of using 100 to 20C

samples of virtually any two or three

fluids in space. The small fluid-filled

cavities are aligned after the appro-

priate gravity condition has been es-

tablished. Mixing occurs through

liquid-to-liquid dispersion, with

each test well accommodating fluid

samples in the 50 to 400 microliter

range. The apparatus was designed

by ITA of Malvern, Pa. to conduct
various fluid science and biotechnol-

ogy experiments.

Eight principal investigators con-

ducted a total of 11 separate investi-

gations in the MDA (Table 3-2) dur-

ing the Consort 1 sounding rocket

flight, representing 103 experiment

samples that were returned to Earth

for subsequent analysis. The experi-

ments were sponsored by private

industry, the National Institute of

Standards and Technology (NIST),
and two Centers for the Commercial

Development of Space. Also in-

voh, ed were scientists and engineers
from several universities and the

private sector.

Demixing of Immiscible Poly-

mers: The demixing experiment

apparatus included 12 cells (1.5 ml

cuvettes) containing various immis-

cible liquids. Each cell also contained

a magnetic stirring bar which could

be driven by a small electric motor to

mix the liquids during low-g. The

apparatus operated during the low-

g period as designed except that two
of the cuvettes did not stir. Tile con-

tents of the unstirred cuvettes sepa-

rated into two phases. One phase
moved to one side of the cuvette and

formed an irregular shape that re-

mained relatively unchanged and

motionless during the remainder of

the photographs. The seeming lack
of motion was an indication of a rela-

tively good low-g environment in

the payload.

Electrodeposition and Codeposi-

tion: This experiment included 10

translucent electrolytic cells for in-

vestigating electrolytic processes in

low-g. Key objectives were to deter-

mine the effect of deposition rate on

surface morphology of nickel, obtain

samples of electrically inert particles

codeposited with metal, and verify

results showing the production of

amorphous nickel in low-g. Particle

clumping experienced during code-

position on the Consort 1 flight was

greater than expected. Consort 1

flight photos indicated the cermets

clumped in a large mass immedi-

ately after stirring. Regardless of the

clumping tendency, some codeposi-

tion was evident as shown by scan-

ning electron microscopy photos.
This indicates that either a surfactant

and stirring, a surfactant and contin-

ued stirring throughout the flight, or

just continued stirring may be neces-

sa ry to carry out codeposition in low-

g.

Elastomer-Modified Epoxy Res-

ins: The apparatus contained a thin

aluminum mold containing an ep-
oxy-modified elastomer resin sand-

wiched between aluminum plates.

Two silicon rubber heater pads were
used to heat the package to 200°C

and hold this temperature for five

minutes during the low-g period.
The objective of this experiment was

to investigate the morphology and

strength of elastomer-modified ep-

oxy resins and to produce an epoxy-

capped elastomer in low-g. The elas-

tomer modified epoxy resins experi-

ment operated as planned. Curing of
the resins occurred within four min-

utes of reaching 200°C. The 12

samples prepared in low-g appeared

translucent, which was unexpected.

Electron microscopy examination of

the samples is in progress.

Foam Formation: The obje( tive of

this experiment was to determine

how the properties of polymer-gas

foams are affected by preparation in

low-g. It was expected that the gas
bubbles would be smaller and more

uniform, and that thermal conduc-

tivity and mechanical strength
would be different, relative to foams

formed on Earth. A gas-driw_n pis-

ton forced isocyanate into a chamber

filled with a mixture of polyol, cata-
lyst, surfactant and freon. The mix-

CMDS '89
O_IGINAL PAGE;

13'_ACKAr,_DWHITE. PHO_OGRAP_H

Figure 3-5

Wendy Bedy of the White Sands

Missile Range provided the count-
down.

Im



Figure 3-6

Soon after touchdown the recovery

crew was readying the payload for

transport back to the integration hall.

ture was stirred for 20 seconds and

then driven out of the mixing cham-

ber through a funnel where foam for-

mation and curing took place during

low gravity. A 10- to 20-fold volume

increase was anticipated during the

process. After the foam was sec-
tioned, the interior was found to be
characteristic of a coarse foam. De-

spite its coarse appearance, one's

attention is drawn to tile symmetry

of the cells. Coarse foams prepared

in the laboratory always show more

sag than equivalent compositions

forming fine-celled foams.

Discussion and conclusions

Consort 1 was an unqualified suc-

cess. All six experiments returned

useful data and processed materials

which are under analysis for com-

parison with the results of ground-

based experiments. The flight hard-

ware performed according to de-

sign.

All of the payload systems, includ-

ing experiment hardware, acceler-

ometers, power packages and an

experiment controller, were re-
turned in excellent condition. Most

of this equipment is slated for re-

flight on Consort 2 with minor modi-
fications to improve overall per-

formance and reliability.
The excellent data return and

flight-qualification of the payload

systems represents a proven capabil-

ity for extended investigations on

future flights.

The apparent formation of amor-

phous or very finely dispersed nickel

by electrodeposition is a promising

result. This partially verifies earlier

findings reported in Europe and es-

tablishes parameters for further in-

vestigation. It is possible that the
nickel sample may exhibit signifi-

cantly different and beneficial prop-

erties in applications as a catalyst.
The ability of the MDA to process

more than 100 samples representing

a wide variety of applications was an

impressive and fruitful result. The

simplicity and compactness of the

MDA make it an especially appro-

priate payload for suborbital mis-
sions,

Demixing may have occurred

slower than anticipated in the 10 im-

miscible polymer cells which were

stirred. Based on previous low-g ex-

periments, it was expected that
seven minutes would be sufficient

time for demixing. This indicates
that the initial condition established

by stirring is a factor which must be

carefully controlled to obtain consis-

tent results in demixing processes
and to enable accurate differentia-

tion between parameters which con-

tribute to demixing rates.

The polymer-gas foam sphere

which was formed during the flight
has a coarse structure, but is com-

posed of highly spherical cells, as

expected. Improvements in the mix-

ing process are planned to enable the

production of a more refined foam.

It is notable that investigators were

able to service their experiments as
late as 27 hours before launch and to

retrieve them within four hours after

launch. Late servicing and installa-

tion of experiment hardware into the
rocket payload is especially impor-

tant for biological experiments.

While the access timing for Consort 1

was adequate, future flights will

provide for some experiments to be

loaded into the payload as late as
three hours before launch.

The success of Consort I estab-

lishes a solid basis for further mis-

sions. Among the advantages of-

fered are relatively short periods

between flights (one year or less),

installation and recovery of experi-

mental packages within a few hours
of launch, and seven minutes of low-

g at less than 10 -4 g with the capabil-

ity for real-time telemetry of on-
board measurements. The univer-

sity-industry team which made

Consort 1 possible is now moving
ahead with Consort 2, scheduled for

November 1989. The opportunity is
open for new experiments to be in-
cluded in additional missions which

are planned for 1990.

D
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INDIVIDUAL PROJECTS

Project: Surface coatings and cata-

lyst production by electrodeposi-

tion and composite coatings.

Industrial Participant: George

Maybee, McDonnell Douglas Cor-

poration, Huntsville, AL.

UAH Participant: Clyde Riley, De-

partment of Chemistry.

Introduction

It has been reported that electrode-

position in low-g produces deposit,,
that have differences relative tc

those produced in 1-g. Ehrhardt L

found that nickel deposited at a higl _

rate under low gravity (during a six-

minute period aboard a British Air-

craft Skylark 7 rocket) had som_

peculiar properties that indicated ar

amorphous form. This is not unrea-

sonable since nickel has a tendenc)

to form amorphously under higt"

rate solidification at low tempera-

ture and when alloyed 3,4. Likewise

electroless nickel preparation lead_,

to a nickel containing phosphide thai

has characteristics of an amorphouf

state as defined by Tamura and
EndoL

Since crystalline nickel is sc

widely used as a catalyst, its catalytic

applications in near-amorphou_

form could be quite different. Cocke

has recently reviewed the status ol

amorphous materials as heterogene-

ous catalysts, in which he highlighb

their advantages relative to crystal-
line materials. Grodzka et al" found

that silver crystal deposits prepared

by electrochemical displacement

with copper on Skylab showed dif-

ferences relative to 1-g preparations

For electrocodeposition, Ehrhardt L:

has reported improvements in cer-

met incorporation relative to 1-g

Recent electrodeposition studies b)

Riley et aF in the short low-g period
available on a KC-135 aircraft could

not duplicate the altered nickel

found by Ehrhardt during low-g

electrodeposition. Riley et al r alsc

reported evidence for difficulty ir

suspending and dispersing neutral

macroscopic particles in an aqueous
medium on a KC-135. Thus, there

appear to be potential applications

for low-g electrodeposition, but

many questions remain.

Experiments

We prepared a flight apparatus to

study electrodeposition and elec-

trocodeposition on Consort 1 (Fig.
4.1-1). It contained 10 small elec-

trodeposition cells: seven to deposit

pure nickel, one each for codeposi-
tion of nickel/diamond dust and for

a cobalt/Cr3C 2 composite, and one

for deposit of pure cobalt. Our major
effort was directed toward the study

of the effect of electrodeposition rate

in low-g on the crystalline structure

of deposited nickel. We also wanted

to determine if neutral particles

could be suspended, dispersed and

codeposited in low-g.

Two methods were used to vary

the electrodeposition rate. Four cells

potentiostatically controlled the

voltage between 4.5 and 9V at 1.5V

increments. Three (at right, Fig. 4.1-

1) were potentiostatically controlled
at 3V, but the distance between elec-

trodes was shortened to _/4 that of
the other cells to reduce resistance.

Also, in two of these three shortened
cells the cathode-to-anode area ratio

was decreased to _/2 and ]/_ that of
the last cell to give different rates.

The pure cobalt was deposited at

1.5V and a pH of 4.2.

Part of the experiment apparatus

was a small lightweight package
which included a camera, electronics

board and provisions for stirring the

two codeposition cells (Fig. 4.1-2).

The camera was controlled to pro-

vide pictures of the codeposition

cells at approximately 15-second

intervals, thus providing cermet dis-

persion data for the duration of the

flight. Cell currents and temperature
data were stored in an onboard cen-

tral processor interfaced with the

apparatus. Of the five electrodeposi-
tion cells, four contained nickel sul-

4.1

SURFACE COATINGS

& CATALYST PRODUCTION

Figure 4.1-1

Electrodeposition apparatus, with

eight cells, mounted before flight.

Figure 4.1-2

Codeposition apparatus was

mounted opposite the electrodeposi-

tion portion.
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Figure 4.1-3 Figure 4.1-4
Current vs. time for the 4.5-volt nickel cell. Current vs.time for

famate and one cobalt sulfate. These

cells have been described else-

where _.

Several of the cells were modified

to accommodate pressure changes

that might accompany the high elec-

trodeposition rates. A small channel
was cut in the side of each cell's liq-

uid holding cavity and a segment of

rubber tubing sealed at one atmos-

phere placed in the channel. Any
overpressure due to gas formation or

heating compresses the tubing.
These four nickel sulfamate cells

deposited nickel at various rates
because each was operated at a dif-

ferent voltage. The cobalt cell with its

potential set at 1.5 volts and pH ad-

justed to about 4.2 was expected to

deposit the B or HCP form of cobalt.

The three cells on the right side of

Figure 4.1-1 also contain nickel sul-
famate. These are the short cells that

were expected to give high currents

at only 3 volts. Cathode current vari-
ation in the short cells was obtained

by masking the cathode area of the

second and third cells to _/: and _/4 of
that in the first cell. The electronics

boards are visible at bottom center of

Figure 4.1-1. The two cells mounted

in the other compartment were

stirred in low-g for 15 seconds and

damped for 10 seconds. Undis-
turbed codepositon at 1.5 volts was

carried out for the remaining low-g

period. The computer-controlled
camera took photographs before

stirring, during damping and every

the 9.0-volt nickel cell.

15 seconds into the codeposition. Il-

lumination was provided by a back-

light strobe. The stirred cells have

internal stir bars, bar magnets encap-

sulated in glass with ridges to keep

them away from the magnetic an-

odes (nickel and cobalt). They were

turned by external 2-pole cylindrical

magnets attached to the shafts of

small gear motors. The magnets

were turned in a cylindrical reces-
sion cut into the side of each 6-cm

length cell. The codeposition par-
ticles which are of micron size can be

readily viewed through the polished

plexiglass cells in photographs after

magnification by a factor of 10. We
acquired about seven minutes of

electrodeposition in low-g on the

flight. The returned nickel and cobalt

surfaces were analyzed by x-ray dif-

fraction, scanning electron micro-

scope (SEM) and X-PES.

Results and discussion

Nickel rate studies: The four cells

in which the rate was altered by

changing the applied voltage

worked well and produced interest-

ing results. The short cells did not

give the extremes in rate we had

anticipated from our bench studies.

The resulting surfaces produced in
the short cells were identical to those

found in l-g and will not be dis-

cussed. Figures 4.1-3 and 4 show the

current per unit area for two of the
four regular nickel cells at different

applied potentials for the low-g pe-



riod.Itvaries2fromanaverageof-34
ma/cm at 4.5 V to N85 ma/cm 2at 9 V
These rates bracketed that ol

Ehrhardt l, 2. X-ray diffraction of th_

four surfaces (Fig. 4.1-5) showed a

progression from the face-centered

cubic (fcc) of normal nickel pro-

duced at 4.5 V to a completely x-ray

transparent nickel produced at 9V

SEMs at 3000x (Figs. 4.1-6 through 91

show a steady decrease in the granu-

larity size of the electrodeposited

nickel as the electrodeposition rate is

increased. X-PES (ESCA) analysis re-

sults are shown in Fig. 4.1-10. Twc

different spots on the 7.5 V througl _

9.0 V prepared surfaces were ana-

lyzed. The bars represent the atorr

percent of the elements detected or

the surface. They are shown sequen-

tially as a-f with a designating the 4. 5

V and f the second 9.0 V surface (9.C

V, b). We note that carbon and oxy-

gen are major surface contaminants
Small amounts of silicon were de-

tected. Trace chlorine, sulfur, and

calcium were also found. Coppel
was detected but that was to be ex-

pected since the cathodes were com-

posed of gold-plated copper. The
silicon contamination is the mosl

worrisome and probably arises from

the electroplating solution, glass

storage vessels or vacuum plumb-

ing.

Three possible explanations fol
these results are:

• A change in the nickel structure
from face-centered cubic to amor-

phous,

• The formation ofmicrocrystalline

nickel that is x-ray transparent, oi

• Nickel containing enough hydro-

gen or silicon that has resulted in

an amorphous compound/alloy.
Electrocodeposition: The code-

position experiment was only par-

tially successful, but it did answez

some of our questions concerning

suspension and dispersion of par-

ticles in low-g. We stirred for 15 sec-
onds in low-g, damped for 10 sec-

onds and electrocodeposited cobalt
with chromium carbide or nickel

with diamond dust for the remain-

ing 400 seconds. Flight photographs

showed that both types of particles

E

Low GRAVITY (_I0-4G) JNI(200)

NI ELECTRODEPOSITION AU(200)

7 MINUTES AND 10 SECONDS NI(]II) AU(III)
X-RAY DIFFRACTION PATTERNS

OF SAMPLES PLATED AT

DIFFERENT RATES

4,5 VOLTS

POSITION OF EXPECTED NE_RES_. 1 9,0 VOLT S

_llldlL _j_, _EIGHBOR VEAK / I

ANGLE

had been moved but were clumped
all around the sides of the cell cavi-

ties. The forces noted previously 7
apparently are strong enough to

bring the particles together into large

conglomerates if continued stirring

is not applied. Stirring plus an addi-

tive wetting agent would be most

effective, but in some cases possibly
just a wetting agent alone after an

initial stirring in low-g would be
required. However, the latter would

not prevent the genera tion of particle

gradients during the codeposition.

Scanning electron microscope im-

ages of the flight prepared codepos-

its at 1000x are shown in Figs. 4.1-11

and 12. Although we did not main-

tain good suspension/dispersion,

codeposition is evident. Clumping

of upwards of tens of particles is

noted in the Cr_C 2with cobalt while

only small groupings of several par-
ticles can be seen in the diamond

with nickel.

Temperature: The temperature
readout of the thermistor (Fig. 4.1-

13) was set on plexiglass which was

attached to the apparatus plate. This

should give a reasonable representa-

Figure 4.1-5

X-ray diffraction scans of the nickel
surfaces.
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tion of cell temperature as a function

of flight time. Before launch it was at
18.4°C and increased to 21.3°C dur-

ing launch. During the low-g period

it increased slowly from 21.3 to

-24.5°C as launch generated heat
continued to be absorbed by our

plate. Re-entry produced a sharp in-
crease to more than 31 oC.

Figure 4.1-6
SEM of the 4.5-volt nickel surface.

Figure 4.1-7
SEM of the 6.0-volt nickel surface.

Figure 4.1-8
SEM of the 7.5-volt nickel surface.

Figure 4.1-9
SEM of the 9.0-volt nickel surface.

Figure 4.1-10
X-PES surface analysis of Consort 1 samples. Units are atomic percent;
values for N, CI, S, Cu, Ca were less than 1 percent.
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Figure 4.1-13

Temperature vs. time during flight.
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Codeposited diamond particles with
nickel.

Figure 4.1-12

Codeposited Cr3C 2 with Co.
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4.1.1

Measurement of

diffusion coefficient

Table 4.1.1-1

Linear regression
for HCI solutions

Cell No.
1 2

B0 (104 sec.) 8.00 86.8
BL(105see.) -1.97 -10.8
B, (103 sec./M) -6,78 17.9

Table 4.1.1-2

Differential diffusion
coefficients and derivatives

for HCI solutions

Cell No.
1 2

D(_) 0.989 1.009
D'!(C) 6.09 5.50

D(_:) units 10 scm2/sec.
D!' T'c)units10 6cmUsec M

Table 4.1.1-3

D(C) for aqueous copper
sulfate at 25°C

C(M)
0.0188
0.0630
0.1261
0.2523
0.4539
0.761
O.964

D(C) (10 .5cm2/sec.)
0.734
0.670
0.565
0.521
0.466
0.426
0.390

Table 4.1.1-4

D(C) for aqueous
cobalt sulfate at 25°C

C(M)
0.020
0.100
0.300
0.500

0.700
0.900
1.40

D(C) (10 .5cmZ/sec.)
0.860
0.720
0.560

0.479
0.431
0.401
0.348

Subproject: Measurement of diffu-
sion coefficients using the dia-

phragm cell

UAH participant: James K. Baird,

Department of Chemistry

Introduction

In our previous reports we have

shown that tile time, t, required for
the solute concentration difference

across the sintered glass disk in a

diaphraghnl cell to reach the value,

,AC, was given by the infinite series in

(Eq. 4.1.1-1 ).

Here, B, is a constant of integration
which depends upon AC(0), the ini-

tial value of AC, and B_ and B_ are

given by (Eq. 4.1.1-2 through 4).

In Eq. 4.1.1-2 to 4, D(_) and D_l_(_)
are the diffusion coefficient and its

first derivative, respectively, evalu-
ated at the mean concentration,), in

Eq. 4.1.1-3 where V_ and V. are the so-
lution volumes below and above the

disk, while C_(0) and C,(0) are the

analogous initial concentrations.

Using two diaphraghm cells with
different values of 13, we have col-

lected sequences of (AC, t) data for

Table 4.1.1-5

D(C) for aqueous nickel
sulfamate at 25°C

C(M) D (C) (10 -s cm2/sec.)
0.02510 0.922
0.250 0.820
O.457 0.774
0.658 0.746
0.910 0.715
1.27 O.679
1.54 0.645
1,79 0.616

Table 4.1.1-6

Equations of diffusion

t=Bo + BLtn(DC) + BI(DC) + ...

BL =- 1 Eq. 4.1.1-1

bD(d) Eq. 4.1.1-2

BI =- ( v I I v_ D(_I(c-)

2b(V_ + V2) (D(_) l:q. 4.1.1-3

Wl V2 / Eq. 4.1.1-4

aqueous HCI at concentrations near

1M and fit them to Eq. 4.1.1-1 using

linear regression. The values of B_,

B_, and B_obtained with the two cells
for this solution are summarized in

Table 4.1.1-1. At HCI concentrations

of IM, both D(c) and D_'(c) are posi-

tive. For cell 1, V,>V:; whereas for

cell 2, V_<V, Note that in each case

the sign of B_ given in Table 4.1.1-1

agrees with that predicted by Eq.

4.1.1-3. Knowing the geometric
constants, [3, for the two cells, we

solved Eqs. 4.1.1-2 and 3 for D(e) and
D_('c) and obtained the results

shown in Table 4.1.1-2. Note that the

values of D(8) and DmCc) obtained

with the two cells are in good agree-

ment, thus confirming our theory. By

repetitions of our method for differ-
ent values of C, the functional de-

pendence of D(e) (and also its slope,
D_(-c)) can be mapped out. Knowl-

edge of slope is useful in predicting
the behavior of D(c) in concentration

regimes which are either too dilute
or too concentrated to be tested eas-

ily in the laboratoryL

We have used a diaphragm cell

with V_=V 2 to measure D(C) as a
function of C for aqueous solutions

of CuSO 4, CoSO v and Ni(SO_NH_J:,
all of which are to be used with the

CMDS low-g electrodeposition ex-

periments. Since we used a cell with

volumes equal, we were assured

B_=0 in Eq. 4.1.1-3, and we needed to

include only the first two terms on

the right of Eq. 4.1.1-1 to fit our data.

A summary of the results we have
obtained for these three solutions

appears in Tables 4.1.1-3 through 5.

The results we give for CuSO 4repre-

sents an improvement on the accu-

racy of those reported last year. For

each solution, our data cover nearly

the entire solubility range of the sol-
ute. Note in each case that the diffu-

sion coefficient decreases monotoni-

cally with increasing concentration
as is the case for many salts of multi-

charged cations.
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Project: Highlynon-linearoptica
(NLO)crystals

Industrial participant: G.
Bjorklund,IBM

UAHparticipant:J.M Harris,De-
partmentof Chemistry

Introduction

This project involves the design

synthesis, and characterization ot

organic materials having powerful

nonlinear optical (NLO) properties

(a prime example being frequency

doubling), and involves the growth

of crystals and films of these materi-

als with the eventual goal of low-g

growth. We are conducting research
in four areas:

• Characterization of new materi-

als,

• Synthesis of new materials,

• Techniques for choosing and pre-

paring ordered polymer films

containing NLO materials, and

• Improvement of the techniques

for vapor-phase growth of high-

quality organic crystals.

This knowledge will form the basis

for experiments on growth of crys-

tals in low-g.

Characterization of new materials

We have recently developed a
solvatochromic method for deter-

mining second-order polarizabili-

ties of organic molecules for second

harmonic generation (SHG) 1.We are

now working on testing the limits of

this method by studying molecules
which have two low-lying excited

states since theory indicates this to be

the most likely place for the solvato-

chromic approach to fail. We are also

working closely with Graeme

Duthie (UAH Physics Department)

in setting up an optics facility for
conventional characterization of

NLO crystals and films.

Synthesis of new materials

We have continued to prepare be-

taines for application in NLO, and

we have published a paper on syn-

thesis of a previously undescribed

"ortho" betaine 2. Recently we have

completed the synthesis of an opti-

cally-active betaine. This compound

is of interest because it must pack in

noncentrosymmetric crystal, a prop-

erty necessary for applications in

NLO. Unfortunately, we have been

unable to crystallize the compound,

but work is continuing in this area.
We have obtained another chiral

betaine from C. Reichardt (Marburg

University, FRG), and have begun

preliminary examination of this
material for use in NLO.

Poled polymer films

The major goal of our work is to

prepare crystalline NLO materials.

We are, however, also working on

the alternative technique of sus-

pending NLO molecules in electri-

cally-poled polymer films. This tech-

nique gives the alignment of the

dipoles necessary for second har-

monic generation. A weakness of the

technique is that the aligned mole-

cules relax to a random configura-
tion with time. To minimize these

effects we are investigating use of

polyethylene glycol films in which
the chains are branched and in which

the NLO material (MNA) is co-

valently attached to the polymer. We

have developed the necessary chem-

istry to synthesize the branched

polymer and to attach NLO materi-

als to it, and we are preparing these
new films.

A major accomplishment has been
our demonstration that the solvato-

chromic method can be used to char-

acterize and choose polymer films

for suspension of poled NLO mole-

cules; this work is being prepared for

publicatkm and a patent application
has been submitted. Solvatochromic

characterization of the polymer films

permits shifting (in a predictable
way) of the UV-visible absorbance of

the NLO material to provide reso-
nance enhancement of the nonlinear

hyperpolarizability, and to avoid ab-

sorption of the doubled frequency by
the NLO material.

Crystal growth

We continue to work closely with

Eranz Rosenberger of the UAH Con-

4.2
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ter for Microgravity and Materials
Research and his co-workers on

growth of organic NLO crystals by

physical vapor transport (PVT). The

PVT growth cell has gone through
several modifications, and we now

have an improved cell for growth up 2.

to about 200°C. New temperature

baths give much better temperature
control. Recent results with this cell

show that we can achieve growth at

one seeded spot on tile the cold sting.

The previous apparatus tended to

give multiple nucleation sites. A

modification of this apparatus will 3.
be used on our first low-g growth ex-

periment on GAS-105 in 1990.
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"Synthesis and characterization
of organic molecules for second
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#131, ACS Meeting, Dallas, April,
1989.

4.2.1

Non-linear organic optical

polydiacetylene thin films

R

I
R-C-C-C---R => (=C-C=C-C=) n

I
R

ODD: R= Ch2CH2OH

EU: R=CH2OCONHC2H s

Figure 4.2.1-1
Schematics of two monomeric diace-

tytenes for organic thin film growth.

m

Subproject: Polydiacetylene thin
films

Industrial participant: Jerry Teper,

Teledyne-Brown Engineering

UAH participants: Dr. Samuel P.
McManus and Darayas Patel, De-

partment of Chemistry

Introduction

Some conjugated diacetylenes

undergo solid-state polymeriza-
tion, which may be initiated by ther-

mal, photochemical or mechanical

techniques __.The ability of a specific

diacetylene monomer to polymerize
in the solid-state is governed by

molecular packing of the diacetylene

molecules and by the nature of the

substituent groups _'4.The polymeri-

zation proceeds through 1,4-addi-

tion and the polymer may have alter-

nating double and triple bonds or a
cumulene structure in its backbone.

Many conjugated diacetylenes

undergo solid-state polymerization

giving crystalline polymers with in-

teresting conductive, mechanical

and optical properties. Hence there
has been a constant flow of articles

describing the preparation and

properties of diacetylenesL The

processing of these polymers, which

have non-linear optical properties,
interests us a great deal. Crystalline

monomers have been produced by

crystal growth of the monomers
from solution, from melt and by the

use of Langmuir-Blodgett film tech-

niques. We have been interested in

growing these monomer films by

physical vapor transport (PVT) tech-

niques'L PVT is considered to be the

best crystal growing method for

optical applicationsL
The structures of the two monom-

eric diacetylenes used for organic

thin film growth are shown in Fig.
4.2.1-1.

Results and discussion

To use the PVT crystal growth

technique, the choice of the sub-

stance which has sufficient vapor

pressure in the desired temperature

range is important. Secondly the
monomer must be stable at the tem-

perature of its use. Both of the above

compounds fall into the right cate-

gory for growing thin films using the

PVT technique. We were successful

in growing crystalline thin films of
the above two monomers.

The choice of a suitable apparatus

for growing good crystals by PVT is

important. In our studies we have

employed a Pyrex glass sublimation

apparatus. We modified the appara-
tus for some experiments by attach-
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ing a non-Pyrex glass surface. Tt_e

growth apparatus was evacuated

and heated to the desired tempera-
ture in the absence of the monomer.

This conditioning removed acy

moisture or volatile impurities that

may have been present oil tile su_'-

face. The apparatus holding tl_e

sample was heated to tile required

temperature using a thermostatcd

oil bath, and was continuously

evacuated using a vacuum pump.

To grow the highest quality cry,-

tals, one would like to use tempera-

tures and pressures which would
allow molecules to find their lowe 4

energy configuration at the cooh,r

growth surface. In the case of OD )
we were not able to achieve a small

difference in temperature between

the condensing surface and tl*e

evaporating surface, because tl*e

melting point of the diol was low.

Tile Experiment Unit (EU) did alhrv

us to to achieve crystal growth with a

relatively small temperature diffe -

ence (8°C) between the condensing

surface and the evaporating surfao,.

In this report we will concentrate on
our work with EU which is a candi-

date for a flight experiment.

Crystal growth of EU on Pyrtx

glass or polished copper plate we s

carried out at a reservoir temper,,-

ture of 97'_C and a substrate temper_-
ture between 82°C and 89°C while

the pressure was maintained at 0.0C

to 0.01 mm Hg. Excellent crystals

were obtained with very few nucle; -

tion sites. Also the starting monom_ r
had needle-like crystals and the

microscopic photographs of the p;,-
lymerized film showed fine needlt-

like crystals. This implies that durin _

polymerization there is no disrulc-

tion of hydrogen bonds. Several

experiments on the crystal growth (f

the EU on polished copper plate with

buffer gas argon were conducted; we

were not able to see any crystal

growth, probably because the con-

densing temperature was too high.

In fact, it was near the melting point
of the monomer. Also the convection
current does not allow the molecule

to reorient at this temperature to get

organized crystal growth. We have

also tried experiments where the

apparatus was placed horizontally

instead of vertically in the above

experiments. We saw crystal growth
not on the substrate but on the sides

of the apparatus. Gravity plays an

important role in the crystal growth

but much experimental work re-

mains before conclusions may be
d ra wn.

An experiment to fly on USML-I is

planned for the EU. We have contin-

ued to design and fabricate hard-
ware and the containment box. The

parameters to be used for experi-

ment control are being formulated.
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Subproject: Computational study of

polydiacetylenes

UAH participants: Samuel F.
McManus, Mehdi Jalali-Heravi an,J

Steven Zutaut, Department ¢f

Chemistry

Introduction

One of the principle advantages of

organic materials over inorganic

materials in the field of optical mate-
rials is tile potential for molecular

engineering. Therefore, when the

potential applications of diacetyle-

4.2.2

Computational studies
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Figure 4.2.2-1
Schematic representation of the cal-

culation of gas-phase packing para-

meters for diacetylene.

nes were recognized, laboratories

around the world began synthesiz-

ing new structures which might be

more readily processed. These ef-
forts have been frustrated because

no one can predict the structure and
packing arrangement of molecules

in a crystal. Some crystalline diacety-

lenes have been prepared by several

groups and the crystal structures

have been deduced from x-ray crys-

tallographic studies. Those studies

provide an excellent basis for com-

parison of theory and experiment.
We have concluded that the major

problem deterring progress in the

production of new diacetylene poly-

mers with advanced optical proper-
ties, or of monomers which can be

more readily processed by crystal

growth methods, is the lack of good
candidate materials for crystal

growth studies, We are attempting

to develop a methodology which

will allow us to evaluate the poten-

tial of diacetylene monomers to po-

lymerize and to provide desirable

NLO properties. This method

should also be applicable to other
classes of NLO materials with

widely varying structures in the fu-
lure.

Results and discussion

It is the goal of this study to inves-
tigate what kind of forces cause

polydiacetylene monomers to align

for polymerization. Secondly, it is
important that we determine which

substituents enhance optical proper-

ties so that we do not waste experi-
mental efforts on polymers which

have poor optical properties. We

recently have begun to evaluate

some available computational meth-

ods for use in predicting which di-

acetylene monomers should be tar-

gets for synthesis and study. Because
the molecules we wanted to study

are too large for practical application
of ab initio MO methods, we turned to

the best semiempirical methods cur-

rently available, the MNDO 1, AM12

and PM3 _routines which are part of

the MOPAC supercomputer soft-

ware. We are currently running

MOPAC 5.04 on the Alabama Super-

computer Network's Cray X-MP/
24. We have computed several struc-
tures to determine if the results can

be used to predict the behavior of

structures which have not been syn-
thesized.

Our preliminary results 4 show that

polydiacetylenes with fully conju-
gated backbones are suitable models

for theoretical investigation of the

electronic properties of conjugated

polymers. We have made several

specific findings.
First, the MNDO, AM1 and PM3-

calculated bond lengths of chlorine-

and methyl-substituted polydiace-

tylene backbones are in good agree-
ment with the experimental data.

The calculated angles of polydiace-

tylene obtained using the MNDO
and AM1 methods are in reasonable

agreement with ab initio results, but

one of the angles is slightly overesti-

mated by the PM3 method.
Second, it is found that the molecu-

lar geometry of methyl- or chloro-

substituted polymers fit the eneyne

structure. Changing the substituents

has a small effect on the bond lengths

of the polymer backbone and an in-

significant effect on the bond angles.

The charge concentration about the

carbon atom (C 4) (Fig. 4.2.2-1) of the

backbone connecting the substitu-
ents decreases in the case of chlorine

and increases by a smaller amount
when a methyl group is the substitu-

ent. These changes are smaller for C_

and C__which are more distant from
the substituents. These results con-

firm that the effect of substituents

rapidly diminishes as the distance
from the site of substitution in-

creases. Also, the inductive effect of a

chloro group is indicated to be much

stronger than that of a methyl group

for short-range interactions.

Finally, for both chtoro- and

methyl- substituted species, the ioni-

zation potential increases as the

degree of nonplanarity increases.

This increment is more pronounced

for methyl as compared to the chlo-

rine-substituted polymer. As the

degree of nonplanarity increases, the
HOMO is more stabilized and the

LUMO is more destabilized result-



inginablueshiftinthebandgap.Tl_e
overall trend variation of tte
bandgapasafunctionofall increa,'.e
innonplanarityisared-to-blueshilt.
Therefore,onemayconcludethattle
conformationof polydiacetylere
backbones,with a smallbarriero
rotation,changesby variation,ff
temperature.This deviationfron
nonplanaritywill changetheener-
giesof theHOMOandLUMOacd
thereforetheopticalpropertiesoftt_e
polymerswill change.

Toinvestigatetheeffectof subsli-
tution on optical properties,tl_e
bandgapofchloro-andmethyl-su!_-
stitutedpolydiacetylenemonome's
are comparedwith unsubstituttd
polydiacetylene.All polydiacetyl>
neshavesmallerbandgapsthantt_e
analogousmonomers.Substitutkn
forhydrogenbyachlorineatomora
methylgroupchangesthebandg_p
byatmost10percent,whilethisp i-
rameterchangesconsiderablyup_ql
polymerization.Thereforethethe,t-
reticaltreatmenttellsus that it _s
primarilytheelectronicstructure,ff
thebackboneratherthanthatof tl_e
substituentswhichcontrolstheele:-
tronicpropertiesof thepolydiacet/-
lenes.Substituents,however,c_n
influencethemagnitudeoftheeffett.

InasecondseriesofSCFMOcalcll-
lations just concluded_,we ha_e
soughttofindatheoreticalbasisfl,r
therelativereactivity of diacetyle_e

monomers. From experiment.d
studies of the solid-state structure, ff

various diacetylenes, it is found th it

the reactivity of the monomers is

somehow a function of an angle (D
and a distance (d) between two moJ L-

omeric units (Fig. 4.2.2-1). Obvious v

we would not expect a perfect corr ,-
lation between the observed soil, l-

state angles and distances (by X-r_ y

crystallographic data) and semienl-

pirical SCF MO calculations of gas

phase molecules. Nevertheless, x_e

have found that Dewar's AM1 pr,,-

gram gives a remarkable plot of tl_e

angle versus the distance d (Fi ;.

4.2.2-2). Such a plot has previous y
been produced from the solid-sta:e
data on known structures but it has

no useful value except to show that a

7
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correlation exists.

Our plot, however, may have pre-

dictive value. For example, there is a

grouping of structures known to be
reactive which fall in one region on

the plot and a grouping of structures
known to be unreactive that fall in

another region. Therefore, we would

expect that unknown structures fall-

ing in either grouping may have

chemical properties like those of the

other members of the group.
Based on the results we have ob-

tained using SCF MO methods, we
believe that AM1 is a reliable method

for the prediction of diacetylene

monomer and polymer properties.
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4.3

PHYSICAL PROPERTIES

OF IMMISCIBLE POLYMERS

Figure 4.3-1

Flight hardware (at top) for demixing

experiments carried out aboard
Consort 1.

Project: Physical properties of im-

miscible polymers
Indsutrial participant: Philips Pe-

troleum.

UAH participant: J M. Harris, De-

partment of Chemistry

Introduction

This project is concerned with

understanding and controlling the

fluid physics of demixing of immis-

cible liquids in low-g. This knowl-

edge will be applied to demixing of

aqueous polymer two-phase sys-

tems (typically dextran, polyethyl-

ene glycol or "PEG", and water), and

to use of these polymer systems to

purify biological materials by parti-

tioning between the two liquid

phases. Tile Consort 1 flight was
used to evaluate effectiveness of wall

coatings to control rate of demixing
and location of the two liquid

phases. And a KC-135 flight was
used to evaluate the effect of con-

tainer shape on location of the two

liquid phases. Future sounding-

rocket and Space Shuttle flights will
be used to further evaluate these fac-
tors. This information will then be

used to assist in design and opera-

tion of a multi-step partitioning

apparatus for use in population

separation on the Shuttle.

Work has proceeded in four areas

during the past year. These are de-
tailed below.

Coating control of

demixing in Iow-g

We have previously used contact-

angle measurements to show that

wall coatings can be used to deter-
mine which of the two polymer

phases will wet the container wall.

For example, with clean glass walls,

the PEG-rich phase will wet the wall
and exclude the dextran-rich phase.

On the other hand, dextran coatings

on the glass reverse this situation

and the dextran-rich phase wets the
wall and excludes the PEG-rich

phase; the extent to which this hap-

pens (i.e., the contact angles) can be

controlled by varying the molecular

weight of the coatings.

in our earlier low-g experiments

with clean glass containers the PEG-

rich phase localized against the wall,
while the dextran-rich phase was
forced to the interior of the container.

The first goal of a planned series of

tow-g flights (including the Demix-

ing of Immiscible Phases experi-
ment, or DIP, on Consort 1) is to test

the ability of polymer coatings to

control both the rate of demixing and

the location of the phases. If our theo-

ries are correct, wall wetting is one of

the major factors controlling the rate

of demixing, and varying the contact

angle of the phases with the wall
should vary the rate of demixing.

Also, it appears that the phase which

preferentially wets the wall localizes

against the wall (in low-g). There-
fore, we should be able to reverse the

usual egg configuration (i.e., dextran
in the interior vs. PEG in the interior).

By using two coatings we should

have a top phase and a bottom phase,

just as on Earth. This top-bottom

arrangement will be important for

design of the next generation of auto-

mated apparatus.

The DIP experiment was flown on
Consort 1, and consisted of 12 small

containers of various two-phase sys-

tems that were stirred and photo-

graphed during demixing (Fig. 4.3-
1). Unfortunately, the experiment

was only partially successful be-

cause of underexposure and poor

development of the photographic
film. The photographs are very dark

and are not reproduced here. None-
theless we could see several interest-

ing features. First, two of our stir bars

did not spin and thus the phases in
these two containers were not

mixed. We believe this happened

because stirring was initiated before

the payload entered the low-g re-

gime (this was done to mix phases

partially during the high-g period
and thus minimize the amount of

low-g time required to mix phases).

Apparently the stir bars were not
seated on the bottom of the contain-

ers, and "decoupling" of the motor

and stirring bars resulted. We have

reproduced this phenomenon on

m
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Earth. As a consequence, stirring will
not be initiated on the Consort 2

flight of DIP until the beginning of

the low-g period.

Secondly, we observed that the
phases which were mixed did not

demix to any significant degree din-

ing the 7-minute low-g period, even

though these same phase systems
were largely demixed during this

same time period on our recent STS-

26 flight (PPE-2 experiment). Tw,_

possible explanations suggest then- -

selves. First, mixing on DIP wa_

mechanical and very efficien,

whereas mixing on PPE-2 was be

hand (each container held a mixin {
ball) and was variable and relatively

inefficient. Thus it is possible that the

droplet sizes obtained in DIP were

significantly smaller than those ol:-

tained on PPE-2. Secondly, DIP was

performed at 19°C while PPE-2 was

performed at 28°C. We have prew-

ously shown that demixing proceed s

more rapidly at higher tempera-
tures.

DIP will be flown again on Consol t

2. The photographic problems have

been cleared up, and it is expecte, t

that this increase in photographic

quality will permit us to answer th_'
intriguing results disclosed in th_

first flight.
It should be noted that thre_

groups of workers are invoh, ed i:l

designing and interpreting the DI]'

experiment. They are: Milton Ha rrL',
Francis Wessling, Bruce Hovanes c f

UAH; Robert Snyder, James Val
Alstine, Laurel Karr, and Stefa,,_

Bamberger of Marshall Space Flight
Center; and Don Brooks and Joh_l

Boyce of University of British Ce-
lumbia.

Shape control of Iow-g demixing

During the past year we have con-

tinued investigation of the effects ef

container shape on demixing. Thi,

work has been stimulated by th,
investigations of Paul Concus and

co-workers (University of Californi.

at Berkeley). We recently flew al_

experiment with tub-shaped con-

tainers on the KC-135 (Fig. 4.3-Z.
These containers were filled half

_I' - 105 dugr_,vs

G

G {into the page)
low G

f
G

G,

with water and half with air. In one

case a small drop of detergent was
added to the water. The water-wall

contact angle was 2 °. In the second

case, clean water without detergent

was used and the glass was coated

with a commercial nonwetting sili-

cone treatment to give a water-wall

contact angle of 105 °. According to
the Concus theories, removal of the

g-force should result in movement of
fluids in the first case, but not in the
second case.

The results of the KC-135 flight

Figure 4.3-2

Examples of PEG wetting at 105 °

(above) and at 2-3 ° (below). Arrows

with "G" indicate the preflight gravity

vector on the different sample cham-

bers, and the general shape which

the sample assumed under Iow-g
conditions.
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experiment with the tub-shaped

containers is shown in Figure 4.3-2.

Interestingly, the water did move in

the first (wetting) case, to give the

final configuration shown. Note that

the Concus theories do not predict

the final configuration. It is also in-

teresting that in the second (non-

wetting) case the fluids also move

but not to the same final configura-
tion.

Two of these same tub-shaped

containers will also be flown as part

of the DIP apparatus on Consort 2. In
this case the containers will be filled

with the aqueous polymer two-

phase systems. One of the containers

will be coated with dextran to give

dextran wetting, while the second

will be uncoated to give PEG wet-

ting. The goal is to see if we can use

container shape to control final dis-

position of the phases.

Coating control of demixing at 1-g

Interestingly, we have observed
that wall-wetting also affects the rate

of demixing in 1-g. For example, a

cuvette coated with dextran gives

faster demixing that an uncoated

cuvette in which the top, PEG-rich

phase wets the wall. Investigations

are under way to try to understand

this phenomenon. The results are of

use as they stand, however. Theory

indicates that cell separations should

proceed more efficiently in the slow

dernixing of a low-g environment.
Thus, it is of interest to examine the

effect of differing demixing rates

(provided by coated and uncoated

tubes) on cell separations in 1-g.
Now that we have determined that

this demixing-coating relationship is

real, we will proceed to examine its
effect on partitioning of red blood
cells. This work will be done in col-

laboration with Laurel Karr at

MSFC.

Refinement of chemistry

The polymer coating work and the

affinity partitioning procedure re-

quire a great deal of chemistry which

needs improvement and extension.

In the area of coating chemistry, we

continue to work on optimizing the

first step of attaching an active group
to the surface. We now have an

improved procedure for aminating

glass and we have begun work on

activating polymethyl methacrylate.

Our recent work has been aided by

the availability in the UAH Surface

Science Center of an X-ray photoe-

lectron spectrometer to analyze the
aminated surfaces. In addition we

have recently devised a synthesis for

PEG-propionaldehye. This activated

PEG appears to be of great utility for

effectively modifying surfaces and

proteins. Some of our previous work

in this area has now been published.

Publications and presentations

1. K. Yoshinaga and J. M. Harris,

"Effects of Coupling Chemistry

on Activity of a Polyethylene

Glycol-Modified Enzyme," J.

Bioact. Comp. Polym., 1, 17-24
(1989).

2. J.M. Harris and K. Yoshinaga,
"Assessment of the Effects of

Tethering an Enzyme to Glass by
a Polyethylene Glycol Tether," J.

Bioact. Comp. Polym., 4, 281-295
(1989).

3. J.M. Dust and J. M. Harris, "The

picryl ether of polyethylene gly-

col: Preparation, characteriza-

tion and reaction with n-propyl-

amine," J. Polym. Sci. Polym

Chem. Edn., in press.
4. J.M. Harris, J. M. Dust, M. R.

Sedaghat-Herati, R. A. McGill,

and C. Upton, "New polyethyl-

ene glycols for biomedical

applications," Polymer Preprints,
30, 356-357 (1989).

5. J.F. Boyce, B. A. Hovanes, J. M.
Harris, J. M. Van Alstine, and D.

E. Brooks, "The wetting behav-

ior of aqueous two-phase poly-

mer test systems on dextran
coated glass surfaces: Effect of

molecular weight," J. Colloid and

Interface Sci., submitted.

6. J.M. Harris, K. Yoshinaga, and J.
M. Dust, "PEG derivatives for

affinity partitioning," Abstracts,
Third Chemical Conf., N. Amer-

ica, IEC #154, September, 1989.
7. R.A. McGill, J. M. Dust, M. R.

Sedaghat-Herati, C. G. Upton,

m _ ....



and J. M. Harris, "Improved

provedures for immobilizatiol_

of PEG spacers onto optical fi
bers," ANAL #0091, ACS Meet-

ing, Dallas, April, 1989.
8. J.M. Harris, J. E. Dust, L. ]. Kari,

and P. A. Harris, "New polyeth-

ylene glycols for affinity parti-

tioning," Sixth International
Conference on Partitioning in

Aqueous Two-Phase Systems,

Aug. 27-Sept. 1, 1989, Ass-
mannshausen, FRG.

9. L.J. Karr, P. A. Harris, J. M.

Harris, "Protein purification

using immunoaffinity partition-

10.

ing," Sixth International Confer-

ence oil Partitioning in Aqueous

Two-Phase Systems," Aug. 27-

Sept. 1, 1989, Assmannshausen,
FRG.

J. M. Van Alstine, S. Bamberger,

J. M. Harris, R. S. Snyder, J. F.

Boyce, D. E. Brooks, "How parti-

tioning experiments in space

improve bioseparation methods
used on Earth," Sixth Interna-
tional Conference on Partition-

ing in Aqueous Two-Phase Sys-

tems, Aug. 27-Sept. 1, lO89, Ass-
mannshausen, FRG.

Subproject: Elastomer-modifed

epoxy resins

Industrial Participant: Jon Geibe,

Phillips Petroleum

UAH Participants: J. M. Harris, De-

partment of Chemistry, F. £.

Wessling, Department of Me-

chanical Engineering

Our early experiments wit1

demixing of immiscible liquids indi-

cates that the demixing process prc-

ceeds unusually slowly in low-g t

give spherical domains undistorte, I

by sedimentation. Thus it is of intel-

est to investigate the influence c f

these demixing differences on the

properties of immiscible polymer

blends prepared in low-g. It is rea-

sonable to expect that domain siz,,

and morphology will affect the m_-

chanical properties of the blends.
As a test of this concept we flew the

elastomer-modified epoxy resins

(EMER) experiment on the Consort I

mission (Fig. 4.3.1-1). At the initig-

tion of the experiment the resins exb.t

as a single phase. Then heat is ap-

plied and catalytic cross-linkin.;

begins. As cross-linking proceed,,,

the elastomer phase separates flora

the epoxy phase and shortly therea: -

ter the morphology is frozen by se-

lidification. The goal of this exper -
ment is to examine several of the

epoxies with different compositiop s
giving different phase-segregatio_a

points. It is expected that low%

samples will present different ela,,-

tomer droplet morphologies and

distributions possibly resulting in

improvements in mechanical prop-
erties.

The apparatus for performing the

experiment consists of a thin mold of

aluminum with a series of rectangu-

lar cavities containing the resin. This

mold is sandwiched by thin alumi-

num plates which are in turn sand-

wiched by two silicone-rubber heat-

ers. The heating regime is controlled

by the small computer included in

the Consort payload. Mold release

compound is used to prevent the

elastomer-modified epoxy from

adhering to the mold. A major de-

sign restriction comes from the need

to heat the experiment to 200°C
within two minutes and then to hold

this temperature for another five
minutes.

The epoxy used here consists of the

bis-glycidyl ether of bis-phenol-A

which has been capped with a car-

boxylated elastomer made of a co-

polymer of butadiene and acryloni-
trile. We found that 1-methylimi-

dazole is an effective catalyst for the

crosslinking process since there is

little crosslinking during the 72
hours at room temperature between

loading the apparatus and launch.
This restriction comes from the ne-

cessity to load the rocket some days
before launch.

The epoxy samples obtained from

the flight are still being analyzed at

Phillips. Preliminary examination

4.3.1

Elastomer-modifed epoxy resins

m m

Figure 4.3.1-1

Flight hardware (at top) for the elas-

tomer-modified epoxy resins experi-
ment.
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indicates that little phase segrega-

tion occurred during the flight. If

phase demixing indeed proceeds

more slowly in low-g (as indicated

by our other work with immiscible

liquids) then this would be expected.

We are now attempting to develop a

polymer system in which demixing

occurs more rapidly so that we can

more readily view the effects of grav-

ity on these samples. The seven-

minute time frame appears to be a

serious restriction as longer heating
at a lower temperature gives more

extensive phase separation. Our new

polymer system will be flown on the
Consort 2 mission in November

1989.

4.4

NUCLEAR TRACK DETECTORS

Project: Nuclear track detectors

Industrial participant: John Gre-

gory, Frontier Research Inc.

UAH participants: Samuel P.

McManus, Ligia C. Christi, Chun

Sheng Bu, Department of Chemis-

try

Introduction

The great interest in passive par-
ticle track detectors has stimulated

efforts to find better recording solids.

A polycarbonate resin named CR-39

(allyl diglycol carbonate) was the
result of a rational search for a plastic

which is sufficiently uniform to per-

mit the resolution of adjacent ele-

ments and perhaps even adjacent

isotopes of relativistic heavy nuclef.

Even though CR-39 is a remark-

able particle detector, it is not suit-
able below certain limits of ioniza-

tion energy loss because of its lack of

sensitivity-". Our preliminary studies

indicate that the sensitivity can be

modified by the insertion of certain

functional groups into strategic loca-
tions of the basic CR-39 molecule.

In our laboratory, we have been

trying to insert two methyl groups
into the CR-39 monomer to obtain a

more sensitive molecule. This has

been done by the substitution of

methyl groups at branch points of
CR-39. We believe that the deriva-

tive, which we call MCR-39, diethyl

glycol bis (methallyl carbonate),
can be used as a monomer to make

thermosetting resins for nuclear

particle track detectors. After sev-

eral months of work, we have ob-
tained MCR-39. We verified its

structure and purity using tH nu-

clear magnetic resonance and gas

chromatography spectroscopy

with a mass spectrometric detector.

Conclusions

We believe that MCR-39 could

replace or partially replace CR-39 as
a new chemical material to make

nuclear particle track detectors.
These detectors made of MCR-39

homopolymer or copolymer with
CR-39 could be more sensitive to

cosmic rays than detectors just made
of CR-39. The method we use to

synthetize MCR-39 is fast and easy to
follow, and has few by-products. We

now have the ability to monitor each

step of the synthesis. Under careful

control of the temperature we can

obtain a pure MCR-39 monomer. We
have practiced polymerization of

CR-39 and we are ready to proceed to

make sample plates using copolym-
erization of MCR-39 and CR-39. The

materials will undergo lab evalu-

ation for sensitivity before flight test-

ing.
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Project:Powderedmetalsinterirg
andinfiltration

Industrial participant: Triply
Mookherji,TeledyneBrownEngi-
neering

UAH:JamesE Smith,Jr, Depart-
mentofChemicalEngineering

Introduction

This project examines the influ-

ence which low-g has on reactixe

liquid phase sintering of intermeta I-

lic alloys in a solid phase matrix _,f

refractory metal.

In unit gravity, sedimentation
causes stratification within tt'e

sample that results in a non-uniform

coarsening of microstructure. Sinte -

ing, in a reduced gravity envirol,-
ment, should produce a smallvr

grain size, a more uniform micro.,,-

tructure (possibly with fewer voics

or defects) and improved mechani-

cal properties.

Potential uses for liquid-phase

sintered products include bearing _,

magnetic materials, electric_l

brushes and contact points, ac-

vanced cutting tools to cut at hight r

linear speeds then currently po,',-

sible, irregular-shaped mechanic;d

parts for high stress environment:,,

and possibly new and improve t

catalysts for chemical production.

Work during the past year has

been concentrated on the develop-

ment, testing, and analysis of the

Consort 1 liquid-phase sinterin,_
furnace. Since the March 29 launct_,
work has been directed towards

analysis of samples obtained durin {
the flight and obtaining 1-g base re_-

erence samples with exactly th,_
same operating temperatures an.t

holding times as those used on Cot-
sort 1. In addition, we continue, t

testing the previously built dire(-
tional solidification furnace.

Flight results

The Consort 1 liquid phase sinte_-

ing furnace processed a total of nin, _

samples with three samples frorl

each of the following systems: co F-

per-cobalt (Cu-Co), copper-iro:l

(Cu-Fe), and copper-tungsten (Cu-

W). Each sample used 30 percent

(volume) copper. Three different

copper particle sizes (149 gm

[spherical], 105 IJm, and 42 btm) were

independently mixed with a major-

ity phase powdered metal (431am Co,

6-9 btm Fe, or 1 IJm W). Compacts

were pressed at 11.32 tons/in _ for
one hour and reduced in a reactor

under a flowing mixture of 3 percent

hydrogen, 95 percent helium.

Samples were stacked in a sample

holder separated by stainless steel

shims. The sample holder was in-

stalled in the sintering furnace and
the Consort 1 furnace module as-

sembled. A helium atmosphere was

maintained in the furnace during

operation to minimize oxidation of

the samples. The sintering furnace
was heated to 1040°C before launch

at an approximate rate of 3.5 °C/min.

and held at this temperature until the

beginning of low-g (L+72seconds).

The furnace temperature was then
increased to 1114 °C at a rate of 16°C/

min. to liquefy the minority phase.

Total heating in low-g was 287 sec-

onds after which began an 8-minute

quench of helium to resolidify the

samples and to cool the furnace ce-

ramics to prevent sample melt-back.

All samples reached their desired

processing temperatures during the

low-g period.

The low-g samples were physi-

cally more uniform than the samples
processed in 1-g. Their external sur-

faces were symmetric in appearance

and they have a different hue than

the 1-g reference. The same samples
processed in a 1-g environment tend
to be much more non-uniform in

shape with an irregular surface. In

Figure 4.5-1a, the 6-9 _m Fe and 42

_m Cu sample, processed in l-g,

shows a rough, stressed, asymmetri-

cal surface as compared to the sym-

metric, bright surface of the sample

processed aboard Consort 1 (Fig. 4.5-

lb). In general, powdered metal

compacts processed in 1-g are re-

stricted to a minority phase concen-
tration of approximately 10 percent,

which minimizes rearrartgement

and flow of the minority phase and
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4.5

POWDERED METAL SINTERING

a

Figure 4.5-1

Photographs show 6-9 {um Fe with

142 _m Cu (top) and Fe with 42 pm

Cu samples (bottom) processed in 1-

g (a) and Iow-g (b)

b

E!
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Figure 4.5-2

Photograph a shows two fused

samples of 43 pm Co with 149 pm Cu

and 105 pm Cu processed in 1-g

Photographb shows 43 pm Co with

42 pm Cu sample processed in 1-g

Photographsc-e show: 43 l.tm Co

with 149 pm Cu, 105 p m Cu, and 42

pm Cu samples processed aboard
Consort 1

¢

d

e

produces a more uniform composite.

At 30 percent liquid phase, l-g

samples are very non-uniform.
As discussed above, the uniform-

ity of the low-g samples at this high

liquid composition was far greater
than its 1-g counterpart, which was
one of the desired results. This is

most evident in the Co-Cu systems.

Figure 4.5-2 show, s photographs of

Co-Cu samples obtained in 1-g (a, b)

and during Consort 1 (c-eL The 1-g
Co-Cu samples show extreme defor-

mation in comparison to the Consort
1 samples. It should be evident from

Figure 4.5-2 that all Co-Cu samples

distorted under 1-g processing, gen-

erally by wetting and flow of the
liquid phase. The initially independ-

ent samples of Co with 149 Pm Cu

and Co with 105 gm Cu flowed to the

point were they actually fused to-

gether. Careful examination of Fig-
ure 4.5-2a still shows the stainless

steel shim that separated the two

samples. The upper sample flowed

around the shim and along the cru-

cible wall combining to a large extent

with the lower sample. The third 1-g

Co-Cu sample, shown separately in

Figure 4.5-2b, also shows evidence of

flow within the sample and along the
crucible wall. Comparison of these

results and the uniform shape of the

Consort 1 samples is dramatic. The

Consort 1 Co-Cu samples showed no
indication of flow along the crucible

wall. From Figure 4.5-2, it is evident

that processing of high liquid frac-

tion Co-Cu compacts in micrograv-

ity offer performance and homoge-

neity not achievable in a 1-g environ-
ment.

tn addition to photographic evi-
dence discussed above, determina-

tion of sample density compared to

theoretical density provides an ana-

lytical measure of the degree of den-

sification. Average sample density

was measured by weighing the
samples in air and in water while

theoretical density was calculated

from pure component density data

assuming no density changes during
alloying.

The samples were weighed in a
Sartorius 1702 electronic balance

with .1 mg +.05 mg accuracy. To

weigh the samples in water, we con-

structed a basket from fine gauge

stainless steel wire and suspended it
from the Sartorius balance lower

connection. A 2000-ml beaker filled

with deionized water was posi-

tioned directly beneath the balance

on a platform jack. The balance was

positioned on a stable platform and

the beaker positioned such that the

surface of the liquid was approxi-

mately 6 inches below the balance.

The basket was then submerged to a

constant depth by adjusting the liq-

uid interface with the platform jack.

The balance was tared and sample

placed in the basket.

The weight of sample was then

recorded along with room tempera-
ture. The difference between air and

water weight multiplied by the

water's specific weight, at room

temperature, gives the volume of the

sample. Dividing air weight by vol-
ume gives the sample's average den-

sity. Green density of the pre-proc-

essed samples were determined

from their weight and the volume
calculated from measurements of

the exterior diameter and thickness

of the sample. Comparing percent

theoretical density of the pre-proc-

essed sample versus final density

shows that the 1-g samples differ

from the low-g samples.

Percent theoretical density equals

100 multiplied by density (pre-proc-

essed or processed) divided by cal-

culated theoretical density. The l-g
W-Cu samples showed 27, 33 and 38

percent theoretical density changes

when referenced to the green state

percent theoretical density for the
149 gm, 105 gin, and 42 Mm Cu

samples, respectively.

Comparing this to the 23, 30, and

34 percent changes for the Consort 1

samples show that the 1-g samples

densify 4 percent more than low-g

samples. Similar results are shown

for the iron samples. These data are

not available for the cobalt samples
due to their condition as shown in

Figure 4.5-2a.

This method was verified on pure
aluminum and stainless steel
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samples with known properties.

Shrinkage is another good indica
tor of sintering. We recorded proc

essed sample diameter divided b_

pre-processed diameter as percenl

shrinkage. The diameter was meas
ured by micrometer before and afte

processing. Tile three low-g Cu-C(,

samples have a measured shrinkag,,

of approximately 9 percent, while fo •

the 1-g samples shrinkage was unat
tainable. The low-g W-Cu sample:,

show 1 percent swelling for the 10!i

/am Cu and 42/am Cu samples and

the W with 149 lain Cu sample show

ing a 0.5 percent shrinkage. Tile W

with 149 btm Cu sample is approxi

mately tile same for 1-g processed

The W with 105/am sample swelled 2

percent and the W with 42/am Ct_

sample shrank .7 percent in l-g. The,

two larger /am Cu-Fe samples, 6-"

/am Fe with either 149/am Cu or 10!i

tam Cu showed approximately ,i

percent shrinkage and the remaining

Cu-Fe (6-9 /am Fe with 42 /am Cu_

sample shrank approximately 9 per

cent. The 1-g Fe-Cu samples shrant.

4.7, 3.3, and 7.5 percent for the 14 '_

tam, 105/am, and 42/am Cu respec

tively.

Supporting analyses

We have obtained two sets of 1-_,

samples using the flight furnace a'

conditions exactly matching those o!

Consort 1. Several attempts had to be.

made because a solid-state relay,

used to control the furnace during
flight, experienced a partial failure,

during re-entry.

To duplicate tile Consort 1 missi(u_

the experiment had to be reconfig

ured to emulate the flight controlle:

using an AT computer, an external

28-volt/6-amp power supply and

computer-controlled relays for even_

sequencing. The power distributi(m
and timeline data from the Consort

mission were used as a basis for the

1-g ground control experiment. Af

ter modifications and replacement o

the faulty component (discussec

above), two sets of samples wen,
finally obtained under condition.',

which exactly duplicated the mis

sion. Figure 4.5-3 shows a compari

son of tile temperature history ob-

tained during the Consort 1 mission

to that finally obtained during the

laboratory experiments to duplicate

the mission. The temperature histo-

ries are nearly identical; the differ-

ence between heat-up time to 1040 °C

is due to decreased mass of the sys-

tem, since the 1-g experiments used

only the furnace and water and he-

lium obtained exclusively from ex-

ternal sources. Additionally, the
airframe above the furnace bulkhead

was removed for ease of service.

The Consort I samples and tile l-g

reference samples have been sec-

tioned and separately mounted for

standard metallurgical analysis and

surface analysis using XPS, AUGER,

and SEM. The XPS analysis of the

Consort 1 samples was virtually

completed, with analysis of the 1-g

samples about to begin. We a re in the

process of obtaining the chemical

composition of the exterior surface

of the compacts, along with distribu-

tions in grain size and shape of both

sets of samples. The differences in

Figure 4.5-3

Temperature history for the Consort

1 mission and the 1-g reference

experiment which sought to dupli-
cate the Consort results.
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the mechanical and physical proper-

ties of the compacts prepared in low-
g to that of 1-g are topics of further

study.

Additionally, we have continued

the performance verification of the
laboratory directional solidification

furnace. We directionally solidified

samples in a cold over hot, and hot

over cold configuration. The cru-
cibles were stainless steel with a 6.35

ram-diameter stainless steel tube

down the center line to allow tem-

perature measurements. The experi-

ments were performed to obtain

tempera ture gradients along the axis

of samples during directional solidi-
fication at a solidification rate of 4

mm/min. We are incorporating this
data in a numerical model of the

directional solidification furnace.

The numerical model will help us
utilize the directional solidification

furnace.
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IRON-CARBON SOLIDIFICATION
Project: Iron-carbon solidification

Industrial Participant: Norman P.

Lillybeck, Deere & Co.

UAH: James E. Smith, Jr., Depart-

ment of Chemical Engineering

Introduction

The objective of this task is to use

the microgravity environment to

learn more about fundamental proc-

esses that occur in forming cast iron.

This task has been held in abeyance

at the request of Deere and Co. be-

cause of the lack of flight opportuni-

ties in the recent years.
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Project: High-temperature super
conductors

Government participant: Palme_
Peters, MSFC

National laboratory participant:
Jon Cross, Los Alamos National

Laboratory
UAH: Elmer Anderson, John Gre

gory, James Ashburn, Department

of Chemistry; Jan Bijvoet, CMDS

The objectives of this project ar,,

continued efforts to find high-tem-

perature superconducting (1-tTSCJ

materials and produce them in ,_
more useful form, and identificatio_
of HTSC devices that have commer.

cial applications in space systems.
One of the dramatic events in th,,

discipline occurred at UAH and wa

supported in part by the CMDS. (ht

Jan. 29, 1987, M.K. Wu, James Ash-
burn, and their associates at UAI-I
were the first scientists in the world

to produce and measure supercon

ductivity in a material at liquid nitro

gen temperatures (77 °K). At UAH,

Ashburn continues to investigate th,,

prod uction of crystals of the new ma

terials and the role that the degree of

oxidation plays in the characteristic,

of the materials. The issue of oxygel,
as a constituent in HTSC materials i:,

of great importance.

Recent experiments with the Hy

perthermal Atomic Oxygen Low
Earth-Orbit Simulator at the Lo:,

Alamos National Laboratory haw,

shown that oxygen-deficient films o_

the Perovskite yttrium barium cop

per oxide (YBa.,Cu_Or_,), HTSC mate

rials which possess mediocre super
conducting properties, were con

verted to high-performance HTS(

materials by processing in hyperth

ermal atomic oxygen. The process

ing was performed at lower tern

peratures than are otherwise neces

sary using molecular oxygen, per

mitring the use of substrates such a_,

silicon which are necessary for some

devices. Normal processing of sucl_

systems results in interdiffusion anti

loss of performance. It appears tha

the high kinetic energy of the bean,

(1.5 electron-volts) allowed the oxy

gen processing to proceed at much

lower temperatures.

On the ground, clean, energetic

beams of atomic oxygen are difficult

to produce. On the other hand, expo-

sure to a relatively clean 5 eV beam is

easily achieved in space by facing a

bare specimen into the line of flight
(the "windward" direction). It is

planned to make such exposures for

specimens supplied by a number of

investigator groups. This i,'; one of

the objectives of the CONCAP 2

flight discussed previously. CON-

CAP 2 equipment is being prepared

as a joint effort by CMDS, Marshall

Space Flight Center, and Los
Alamos. Samples will also be proc-

essed in flight for other organiza-

tions on a guest investigator basis.

This is one example of the continuing

effort to produce HTSC materials in
more useful forms.

HTSC materials samples to be
flown on CONCAP 2 will be half-

inch squares of substrates such as

quartz, strontium, titanate, silicon

and gallium arsenide. HTSC films,

typically of the 1-2-3 type, are depos-

ited on these substrates by a variety

of methods including sputtering and
laser ablation. A subset of the thin

films will have gold electrodes de-

posited so 4-point resistance meas-

urements may be made. Most of the

samples will operate at ambient

temperature, while a selection will
be maintained at an elevated tem-

perature (300 to 320 °C) on a small hot

plate.

It is still too early to foresee clearly

what HTSC devices may ew_ntually

have applications in space systems.

Narrowband devices are one possi-
bility that could be valuable in com-
munications satellites. These devices

need to be perfected. The CMDS con-

tinues to play an active role in explor-
ing and promoting the application of

this technology in space.

4.7

HIGH-TEMPERATURE

SUPERCONDUCTORS
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4.8

PHYSICAL VAPOR TRANSPORT

CRYSTAL GROWTH

Figure 4.8-1

Large (1 cm x 3 mm x 2 mm) ZnSe

crystal grown over a period of 11

days.

Y ' i '*

Figure 4.8-2

SEM picture (300x) of a {110} face

after polishing and etching. The larg-
est laminar width is about 43pm

wide.

Project: Physical vapor transport

crystal growth
Industrial participant: Victor

Sweborg, Boeing Aerospace Co.
UAH: Elmer E. Anderson and Hai-

Yuin Chen, Department of Chem-

istry

Introduction

Single crystals of zinc selenide

(ZnSe) have been grown by the

physical vapor transport method in

sealed quartz ampoules. The largest

crystal grown measures 1 cm x 3 mm

x 2 mm and required a total growing

time of 11 days (Fig. 4.8-1). Polished
wafers cut from the crystals have

been etched and examined by optical

microscopy, X-ray diffraction, scan-

ning electron microscopy (SEM),

Auger electron microscopy (AEM),

and scanning Auger microscopy
(SAM). No impurities or unwanted

phases were detected, but extensive
twinning occurred. Zinc-rich {111}

faces were identified by SAM. Trian-

gular etch pits are observed on zinc
{111} faces, but not on the selenide

faces. Etch pit densities are about

104/cm 2on slow-cooled samples, but

are about 100 times greater when

cooling is more rapid.

Crystal growth

Our growth runs have varied in

length from 9 to 32 day's; a nominal

yield is 2 to 6 grams of transported

material. The largest average trans-

port rate thus far is 280 mg/day. The

end products of our growth runs

have been of two types, either a boule

approximately an inch long or a clus-
ter of three or four faceted crystals

having lengths varying from a few
millimeters to about 1 cm. The shape
of each boule follows the contour of

the ampoule, but the boule is free of
the ampoule wall. The only point of
attachment is is the mouth of the

acicular cavity where the growth of

the boule begins. All of the samples

are pale yellow in color and are clear

except where regions of obvious

polycrystallinity occur _.

Characterization

Wafers 1 to 2 mm thick were cut

from boules normal to their growth

directions, and crystals were cut

along specific planes. The surfaces

were polished with diamond paste
down to a final grit size of 0.25/am

and were etched in methyl alcohol
for one to two minutes. The materials

grown were examined for their

structural homogeneity by optical

microscopy, X-ray diffraction, SEM,
AES, and SAM. Further details are

given below.

Growth habit

The majority of our single crystals

grew in <111> directions in the form

of hexagonal prisms bounded by six
lateral {110} faces. This growth habit

is the same as those II]-V compounds
which have the zincblende structure.

The PVT growth rates for ZnSe vary
with direction fore the highest to the

lowest in the following order-_:
<100>, <111>, <110>. Therefore, one

would expect the {110} faces to be

predominant. However, we did ob-

tain one small crvstal with rectangu-
lar {100} faces _.

Twin formation

Twinning is quite evident in these

materials 2.L Koyama et al 2 reported a

twin density of 5 to 6/mm, with fre-

quent 180 ° rotations around an axis

in the <111> direction. Figures 4.8-2

and 3 show SEM photographs taken
on a {110} face after polishing and

etching. Note the heavy twinning in

Figure 4.8-2 where the <111> growth

direction is perpendicular to the

bands. The largest dark band has a
width of about 43_m. Figure 4.8-3

shows the same region at a magnifi-

cation of 1,500 and it appears from

the orientation of the etch figures

that the alternating light and dark
bands are due to differences in reflec-

tivity resulting from rotations of 180 °

around the growth axis.

Etch figures and etch pits
In the zincblende form of ZnSe,

densely-packed planes in the <111 >
direction are alternately planes of
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zinc atoms or planes of selenium

atoms. Cleaving a ZnSe crystal per

pendicular to the <111> directio_
will leave a zinc surface on one side

and of the cut and a selenium surface

on the other. It is common practice tc.

denote them by II11} A and 1111}_

respectively. These planes haw,

slightly different scattering factor_,
and have been identified for othe

crystals having the zincblende struc

ture by means of X-ray diffraction 4_'

The stability of these surfaces ha_,

been discussed by Gatos 4 anti

Koyama et all An oxidizing etchaw:

has been shown to produce triangu

lar etch figures for a number of [II-V

and II-VI crystals _,4.That this is also,
the case for ZnSe is illustrated i1_

Figure 4.8-4 where the triangula
etch figures occur in the light-col

ored {111} A planes of zinc but not il_
the darker bands which are pre

sumed to be {111} B planes of sele
nium. This is consistent with the,

concept that the twin bands resul!
from 180 ° rotations.

Etch pits are as high as l@/cm ? fo-

the samples that were not slow

cooled. A recent run where the crys

tal was cooled slowly shows region:,

where the etch pit density is as low a:,

104 . Figure 4.8-5 is an enlarged view

of a single etch pit magnified 4,00(}

times. Work will continue of pro

grammed cooling rates in an effort to
minimize dislocation densities.

AES and SEM results

AES was performed using a Krato:,
Analytical XSAM 800 system with _

3 keV beam of electrons and a spec

trometer pressure tess than 10 -_ tort

Only those electrons which emerge.

from the topmost atom layers con

tribute to the energy spectrum pro

duced. For each crystal studied _

survey scan was first made. Thi:,

invariably showed that the predomi
nant contaminant is carbon from

exposure to the atmosphere.
After several minutes bombard

ment with 3 keV argon ions, the spec

trum showed essentially just zin,
and selenium with traces of carbol.

and oxygen. Upon achieving reason-
able LMM line signal intensities,

SAM was performed to produce

chemical distribution maps of the

surface of the crystal. The stripes vis-

ible across the sample from SEM

imaging contain different intensities

of zinc. The light lines from the SEM

appear to be zinc rich, though the

darker lines also contain zinc. By

biasing the plotting routine to show

large contrast (above 50 percent is

light, below 50 percent is dark) a

map is produced. Clearly the zinc is
stronger in alternate lines across the

sa mple. As was anticipa ted, the zinc-

rich regions on these maps corre-

spond to the zinc bands containing
the etch figures in Figure 4.8-4.

The intensity of selenium, while

varying from one band to another in

a manner complementary to that of

zinc, does not vary so strongly. A

surprising result of this study is that

the SAM image for oxygen shows a

strong variation in concentration

that is complementary to the zinc

map. The SAM images produced for

oxygen (same area as for zinc) show

light areas that represent greater

oxygen presence. In those regions

where zinc is high, oxygen is lower,
and vice versa. This result needs to

be confirmed on other samples and
the effect should be studied with

other etching agents.
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Figure 4.8-3

SEM picture (1500x) of the same

region as Fig. 4.8-2. The orientation

of the etch figures shows the rotation

of the laminar twins about the growth

axis. The scale bar is lOpm.

Figure 4.8-4

An optical photo of laminar twins. The

light bands showing etch figures are

{111}A planes. The scale bar is 20pm.

Figure 4.8-5

An enlarged view of an etch pit

(4,000x) on a {111} surface. The pit is

about 9p.m on its edge.
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4.9

MATERIALS PREPARATION

AND LONGEVITY

IN HYPERTHERMAL

ATOMIC OXYGEN

Figure 4.9-1
Carbon eroded by exposure to

atomic oxygen during the STS-8
Shuttle mission illustrates the effect

atomic oxygen can have on organic
materials.
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Project: Materials preparation and

longevity in hyperthermal atomic

oxygen
National laboratory participant:

J.B. Cross, Los Alamos National

Laboratory

UAH participants: John Gregory

and M.J. Edgell, Department of

Chemistry

Introduction and overview

A few hundred kilometers above

the surface of the Earth, the most

abundant constituent of the atmos-

phere is atomic oxygen. Formed by
dissociation of molecular oxygen by
ultraviolet radiation, the atoms are a

major repository of solar energy in

this region of the atmosphere

through which low-orbit satellites

pass. While the chemical reactivity of
this environment has been realized

for some time, only recently have
observations been made of chemical

and physical processes taking place

involving interaction of the stream of

oxygen atoms and a variety of mate-

rial surfaces exposed on satellites.

Since satellite velocity at typical low
orbital altitudes is about 8 km/sec.,

much discussion has focused on the

effect of this translational kinetic

energy (an oxygen atom strikes a
satellite surface with relative kinetic

energy of 5eV) on the rates of chemi-
cal reaction. This kinetic energy is

approximately equal to typical
chemical bond energies, and the pos-

sibili_ of enhanced reaction cross-
sections seems real. Fast atom fluxes

in this energy range offer the possi-

bility of surface processing in new

ways, for example by production of
textured surfaces with special prop-

erties or by using new channels of

chemical energy, opened up at these

kinetic energies.
The CMDS has approached the

problem in two ways: first, with a

series of planned flight experiments
(EOIM-3 aboard Shuttle, CONCAP-

2, LDEF-A0114), and second, with

laboratory work at the Los Alamos
National Laboratory (LANL) orbital

atomic oxygen simulation facility. In

this report we discuss some results

on surface chemistry of materials ex-

posed at LANL and analyzed at

UAH. We also describe the design

and objectives of the CONCAP-2

Surface Reactions Experiment

scheduled for flight in late 1990

(pages 8-9).
Work for the year 1989-1990 will

mainly involve design, fabrication

and flight of the CONCAP-2 Atomic

Oxygen Experiment. Additional
work at LANL is scheduled and the

low energy beam facility at UAH will

be completed.

Surface chemistry studies with

hyperthermal O-beams

Until recently, because of the tech-
nical difficulties of producing ample

beams of oxygen atoms at several eV,
few studies have been made at these

energies in the laboratory and no

materials chemistry experiments

have been performed in space since

1983 using the source available there.
While there is a wealth of data avail-

able on thermal energy ground state,

O(3P), atom reaction with organic

molecules, and some using atoms in

the first-excited state, O(1D), very

little has been reported on surface
reactions, and much of that is such

that it is difficult to make quantita-

tive comparisons.

Comprehensive reviews of atomic

oxygen reactions with organic com-

pounds are available. It is now well

established that the first step of the
reaction of O(?) with alkanes is ab-

straction of hydrogen:
RH +O-_ R +OH,

though other possibilities may still
occur. In the case of second and fur-

ther interactions of the same residue

with oxygen atoms, however, the

picture is very complex and obscure.
For the case of surfaces of solid poly-
mers under consideration here, sub-

sequent addition reactions almost

certainly occur, but after each addi-

tional abstraction the possibility ex-

ists for rearrangement and loss of a

volatile fragment.

Reactions with halo alkanes pro-
ceed via abstraction of available

hydrogen since abstraction of a halo-
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gen is too endothermic, at least in the

case of thermal energy O(_P). This

may not be the case for 5eV oxyge 1

atoms, though polyfluorinated h}-

drocarbons are clearly less reactivJ
in the space environment. Reactio

with completely halogenated hydro -

carbons may also proceed by add!-

tion mechanisms, which may be fa-

cilitated by a kinetic energy of 5e\.
The massive erosion of fluorinate, I

polyethylene observed on materials
returned from the Solar Maximurl

Mission satellite repair was a sin-

prise. The result has been interprete_ I

in terms of the hydrogenated frac-
tion of the material. The reaction rat

of fully fluorinated polymers witit

5eV oxygen atoms remains unquan-
tiffed.

For alkenes and alkynes O(_P_
adds to the unsaturated bond form-

ing either stable products or causing

rearranging and fragmenting, fh,,

relative frequency of these processe

depends on the ability of the mole-
cule to accommodate the excess en.

ergy. This ability may be high in th,,
case of surface reactions, but th,,

behavior with 5eV atoms is quit,.

uninvestigated.
Reactions of O(3p) with aromati,

compounds is the least well under

stood. Oxygen atoms may add to a

carbon atom in benzene forming a

radical which may rearrange to give

phenol.
Ifa free radical remains in the sur

face after the first atom reaction, theI_

reaction may occur with anothe
atom. Since the atom arrival rate o

oxygen atoms in low Earth orbit if,

about one per surface atom per sec
ond, the radical lifetime must be a

least this long. Laboratory data ol-

atom-radical reactions is sparse witt
a considerable amount of data avail.

able only for methyl radical reac.

tions. There is, however, much pub.
lished information on decomposi-

tion pathways of radicals, includ inf

those containing oxygen, and thest
allow deductions to be made or

probable reaction paths,
0 + R -* [RO]* products.

However, even in the case of thermal

O(3P) the produced radicals are mosl

probably excited and other path-

ways become energetically possible.

The situation is further compli-

cated in the present case if 5eV ki-

netic energy is available. Also there

is a greatly increased possibility of
de-excitation of various species at

the solid surface. Thus, although a

good deal of data exists on reaction

pathways of free radicals with oxy-

gen atoms, the number of possibili-
ties for reaction with polymeric sur-

faces is so large that elucidation of

actual reaction pathways needs ex-

perimental measurement iu situ of

chemical species present on the sur-

face, and mass spectrometric meas-

urement of produce composition

and energy. A number of general
conclusions can drawn from the ex-

tensive literature on rates of reaction

with OC'P). Some of these are:

• The attack of O(3P) on carbon

compounds is electrophilic in
nature.

• Foralkanes, secondary hydrogen
atoms are 10 to 20 times more

likely to be abstracted than pri-

mary hydrogen atoms.
• Results for O(-_P) reactions with

substituted benezenes shows this

electrophilic nature, with rate

constants varying two orders of

magnitude from C,H_(CH_)_ to

C,H_F and C,H_CF 3.
These conclusions are modified in

the case of O(_D) reactions and may
also not be valid with 5eV O(_P).

Activation energies have been
measured for 5eV O(-aP) reactions

with solid polymer and carbon sur-

faces in orbit in the range of 4-7 kJ/

mole. These are similar in magnitude

to those observed in a variety of reac-

tions of thermal O(_P) with organic
compounds. This fact would be con-
sistent with a model in which the

rate-controlling step in the reactions
of 5eV oxygen atoms with solid or-

ganic surfaces actually involved th-

ermalized oxygen atoms bound at

the surface, perhaps in a mobile pre-
cursor state. This is also consistent

with a measurement of the angular

distribution of 5eV oxygen atoms
scattered from a carbon surface,

which showed almost (but not quite)



completeenergyaccommodation.
The present authors have also
shown,however,thattheabsolute
rate of the reaction of 5eV atoms with

carbon surfaces is several times that

of thermal atoms. This dependency

of rate on kinetic energy only ap-

plied, according to this model, to the

adsorption step of oxygen into the

precursor state. The actual reaction

MATERIAL

KAPTON

LUCITE

CR-39

VITREOUS
CARBON

PYROLITIC
GRAPHITE

POLYSTYRENE

LANL RESULTS (XPS)

atom%

CONDITION C O N

Theoretical 76.0 17.0 7.0

Reference 77.2 17.1 5.6

Exposed 64.1 28.7 6.2

Theoretical 71.4 28.6

Reference 71.6 28.4

Exposed 66.6 33.3

Theoretical 57.0 43.0

Reference 57.4 40.3

Exposed 55.4 39.8

Theoretical 100

Reference 81.1 17.6

Exposed 72.0 26.0

Theoretical 100

Reference 100

Exposed 91.5 8.5

Theoretical 100

Reference 100

Exposed 81.3 18.7

1.3

1.8

FWHM

(1.239)
(1.251)

Table 4.9ol with the organic moiety in the sur-

face to form products mav not need
to consider the inclusion of 5eV of

excitation energy that has already

been dissipated. The following reac-

tion sequence is postulated:
activated adsorption

O (fast) + S -*Os*
deexcitation

Os + S -* O S+ S
re-emission

Os ' Og
reaction

O_ + RH_ ,(RHO)s

(RHO)_ .*products

(=surface bound; g=gaseous)

Experimental approach

Beams of fast-oxygen with kinetic

energies of a few eV are now becom-

ing available. We have initiated an

experimental program at Los

Alamos National Laboratory with

J.B. Cross using their facility to ex-

pose solid samples of various mate-

rials at beam energies in the range 1-
3eV. Extended visits to LANL were

made by the principal investigator

during February-March and July-

August, 1989, to perform these ex-

periments. Objectives of the work
included:

• Comparison of reaction rates at

carbon and polymeric surfaces of

oxygen from the LANL simulator

with those obtained in space at
5eV.

• Detailed surface chemical analy-

sis using XPS of erodible surfaces

exposed to the LANL beam.

• Examination of scattering pro-

files for oxygen atoms from car-
bon, gold and lithium fluoride
surfaces.

Surfaces used in the XPS study of
chemical reaction were: vitreous

(glassy) carbon, single crystal pyro-

lytic graphite (basal plane),

polymethylmethacrylate (Lucite),

bis-allyldiglycolcarbonate (CR-39),
polystyrene, and an aromatic poly-

imide (Kapton-H).

Material samples were typically 1
cm 2 in area and were cleaned with

absolute ethanol before exposure.

Reference samples were also cleaned

in the same manner prior to XPS

analysis. In the cases of the pyrolytic

graphite, a clean surface was pre-

pared in each case by cleavage using

adhesive tape. Exposure conditions
in the LANL beam were:

flux 2x 10 _6atoms cm-2s _

fluence 10 m - 1020 atoms cm 2

energy 1.5 eV

substrate temp. 25°C (nominal).

These conditions differ from those

in orbit primarily in the energy per
atom (5eV in orbit). Fluences used
were lower than those obtained on

EOIM-2 (STS-8) since excessive ero-

sion can produce highly roughened

LCMDS '891Im



surfaces, which condition may in

crease uncertainty in quantitative.

XPS. In the simplest model of erosio1_

a steady-state composition of the'

oxidized surface layer would rap

idly be obtained, and this would
remain constant as the surface

propagated through the bulk, as

suming uniform composition of the.

bulk material. Better comparisoi_
with the reference should be ob

tained if the surface morphology o:

roughness of the exposed sample L,,

as close as possible to that of the

reference or unexposed material.

Exposures were made by placin L

the sample, via an airlock, in the.
vacuum chamber about 5 cm fron

the beam nozzle.

Results

Surface analysis by XPS for tilt

various materials is given in Tablt'

4.9-1 in atomic percent. Theoretica
values refer to the stochiometric for-

mula of the bulk material. (For brev-

ity, only one set of experiment result_
is shown).

Kapton H: Kapton H is a fully

conjugated aromatic polyimide con-

taining no aliphatic carbon atoms

There are two heterocyclic nitrogec

atoms, four ketone groups and on¢

ether linkage in each unit of the poly-
mer (Fig. 4.9-2). The reference com-

position shows excellent agreement
with the theoretical values indicat-

ing little, if any, contamination of th_
reference. Comparison of reference

and exposed survey scans (Fig. 4.9-3)

shows a clear change in the C/O
ratio (4.5 to 2.2 from Table 4.9-1). The

N value stays at about 6 percent,

close to the theoretical 7 percent.
C(_S) and N(_S) lines were examined.

The components for C-O and C=O

have increased with oxygen expo-

sure, approximately from 12 to 15

percent and from 15 to 23 percent re-

spectively. Higher chemical shifts,
such as that due to carbonate, are not

present. Clearly, oxygen has been

inserted onto ring carbons but we
cannot determine whether or not

ring opening has occurred. The N(_S)

shows broadening from 1.6 eV to
1.8eV FWHM after oxidation with _8

percent contribution from N-O.

Thus only a few of the nitrogen at-

oms are directly oxidized (note also

that nitrogen is not preferentially re-
moved from the surface). Broaden-

ing of the N(_S) peak is attributed to

loss of conjugation of the molecule in

the vicinity of some N atoms. This

O O

O O

would most likely be caused by ring-

opening.

Analysis of a Kapton sample ex-

posed several years ago on the Space

Shuttle showed similar CNO percent

composition data. However the fine
structure is somewhat different,

probably due to increased hydrocar-
bon contamination.

Polymethylmethacrylate

(PMMA), Lucite: Atomic composi-

tion data by XPS show excellent

agreement between the reference
and theoretical values (see Table 4.9-

l), while the sample exposed at
LANL showed a small increased

oxygen uptake (from 28 to 33 atom

percent). Analysis of the C(_S) fine
structure reveals the increase to be

mainly in C=O. Since PMMA is heav-
ily etched in this environment, chain

scission must be occurring. It is plau-

sible that the linking CH_ group is

attached frequently with loss of a
monomer unit and formation of a

residual -CHO group.

Polystyrene: Exposure of polysty-
rene to the LANL beam at 1.5eV

showed large uptake of oxygen

(from 4 to 19 atom percent). From

this result at least 25 percent (19/81)

of C atoms must be attached to oxy-

gen after exposure. Analysis of the

C(_S) fine structure shows 29 percent

of C atoms are combined with oxy-

gen in the ratioof 3:1 for C-O:C=O. In

addition, the FI , 13"shake-up satel-
lite line at -7eV has been diminished

Figure 4.9-2

Chemical structure of Kapton H, a

polymer easily eroded by atomic oxy-

gen.
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Figure 4.9-2

ESCA results of analyzing Kapton

samples exposed to the oxygen

beam at LANL. The multiple curves in

the Cls graphs indicate the binding

energies of carbon core electrons in
different chemical environments.
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showing loss of conjugation on at

least some phenyl groups.

Vitreous Carbon: Bound oxygen

increases by a small amount (8 per-

cent) during exposure, but the refer-

ence samples show 18 atom percent

oxygen before exposure. These

samples are polished and cannot

easily be amended. The polishing

probably leaves a large number of

"dangling bonds" or active sites in

the surface which readily react with

atmospheric oxygen, The increase is

mainly in the C-O group. The nitro-

gen component, relatively un-
changed by the exposure, is attrib-

uted to a residual from the synthetic
resin used in the manufacture of this

material (carbon Lorraine).

Graphite single crystal: The face

exposed was the basal plane of single

crystal pyrolytic graphite. Fresh sur-

faces can easily be generated by

cleavage with adhesive tape. XPS

analysis of these shows no impuri-

ties (including oxygen) at the 0.1

atom percentage level. Oxygen ex-

posure showed a small (9 percent)

uptake of oxygen but almost no

change in the C(_S) peak. The 13 *FI*

shake-up satellite appears relatively
unaffected.
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Project: Foam formation

Industrial participants: Debi
Weiker, Hercules; Charlie Zusette,

Thiokol

UAH participants: Samuel P.

McManus, Department of Chemis-

try; Francis Wessling, Department

of Mechanical Engineering; John

Mathews, Darayas Patel, Depart-

ment of Chemical Engineering

Introduction

Cellular materials, formed by in-

corporating gas bubbles in a poly-
meric matrix, often have useful ther-

mal and mechanical properties.

Rigid polyurethane foams are com-

monly recognized as outstanding

materials for insulation applica-

tions. The polyuretllane molecule is

prepared by the reaction (catalyzed

by base or by certain transition metal

salts), of a di- or polyisocyanate with

a compound containing at least two

hydroxyl groups. The transforma-

tion is carried out in the presence of

a blowing agent, which is less sol-
uble in the medium as the chain

grows. The evolution of gas leads to
a 10- to 20-fold increase in volume

and, in favorable cases, a homoge-
nous distribution of cells in tile re-

sulting foam.

A number of important structural

features are required for a foam to

have useful physical properties. A

good foam will have cells with di-
ameters of 200 to 1700 _m. Foams

with a closed cell configuration are

used for insulation and have higher

mechanical strength. Foams with

densities less than 0.032 g/ml cannot

support a predominately closed-cell
structure as the thin cell walls will

rupture easily. It has been assumed

that gravity influences the cell shape

of a rigid polyurethane foam. Our

ultimate goal is to examine the proc-

ess under low-g conditions where

nearly-perfect small cells may be

formed. The availability of an ex-

perimental opportunity aboard the
Consort I mission led us to initiate

our program of examining the foam-

forming process under microgravity
conditions.

A literature survey shows that

low-g experiments on metal foams
have been conducted _'e, but we were

unable to locate any literature on the

effects of processing at various grav-

ity levels on the properties of poly-
meric foams.

In the formation of polyurethane

foams the use of appropriate catalyst
concentration and the choice of sur-

factant must be made to ensure that

the medium has sufficient viscosity

to hold the blowing agent. Buoy-

ancy-driven forces will elongate

cells and yield a wide range of physi-

cal properties. One may expect to

have spherical cells in low-g and

elongated cells at higher gravity.

Our study was designed to shed

light on this area.

Result and discussion

The foam used in our studies are a

formulation which includes a su-

crose-based polyol from the Vora-

nol* series and polymeric isocyanate

(PAPI-94*). A 10 percent molar ex-

cess of isocyanate groups was incor-

porated into our mixer. DABCO

33LV* is the catalyst and the chlo-
rofluorocarbon Genetron 11' is the

blowing agent. DC 193", a polyethyl-

ene glycol-silicon surfactant, is used

to stabilize the solution of polyol,

catalyst and blowing agent. Two
formulations were selected for

evaluation. These were designated
"fast" and "slow" to indicale their

relative rate of rise. The materials

used are the same in both the formu-

lations but their amounts are varied.

We desired our mix to give a cream
time of 15 to 40 seconds and a rise

time of 100 to 225 seconds. The fast

formulation has a cream time of 18

seconds and a rise time of 125 to 135
seconds while the slow formulation

has a cream time of 30 to 33 seconds

with a rise time of 175 to 205 seconds.

An experiment in low-g became

possible with the Consort I flight on

March 29, 1989. Our foam experi-

ment (Fig. 4.10-1) was one of the six
on Consort 1.

Our major objective was to pre-
pare a rigid, closed-cell polyure-

4.10

FOAM FORMATION

Figure 4.10-1

Foam formation apparatus before

flight.
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Figure 4.10-2
Foam ball is examined after the

rocket skin was removed following

recovery.

Figure 4.10-3
Cross-sections of foam grown in 1-G

(left) and Iow-g (right).

thane foam with uniform cells. We

used two separate piston/cylinder
assemblies--one to hold the isocy-
anate solution (PAI'I q4) and another

containing a mixture of sucrose-

based polyol (Vorano1360), a surfac-
tant (DC 193), a basic catalyst

(DABCO 33LV) and a blowing agent

(Genetron 11). Tile pistons are actu-

ated by nitrogen gas pressure. Upon

reaching a preset time before low-g

the isocyanate is injected into the
second chamber by the piston where
all the constituents are stirred me-

chanically for 20 seconds by a motor-

driven propeller device. The mix-

ture is then expelled through a coni-

cal exit containing a screen. A 35ram
camera with flash attachments was

installed in a position to capture the

foaming process. Mirrors on each
side of the exit funnel allow a rear

view of the foam process. A thermis-
ter mounted on the exit funnel re-

corded the temperature profile of

the experiment.
Following the successful launch of

the Consort 1 payload by the Starfire

I vehicle, telemetry data from the on-
board accelerometer and thermister

hnmediately revealed that the foam

formation process apparently oc-

cured as programmed. Recovery of

the payload occured within two

hours. The payload was returned to

the assembly building and dis-

mantled revealing that foam had
indeed formed on the screen as de-

signed (Fig. 4.10-2). The foam

formed nearly a symmetric ball in its

confined space. Photographs taken

during the flight experiment show

that the process occured according

to design. Photograph taken six sec-
onds after the exit valved opened
shows that no mix has exited. The

photographs, taken at five-second
intervals, show that the material has

entirely exited after 20 seconds fol-

lowing the opening of the valve.

Creaming is also evident in the pho-

tograph and the foaming begins at
about 30 seconds. The foam rise is

smooth with some surface pits be-

cause of the loss of blowing agent.

The foam sections were analyzed

after sectioning. The interior of the
foam was characteristic of a coarse

foam as expected from a process

with poor mixing. We have com-

pared the Consort 1 foam with the
two samples of foam prepared in the

laboratory using an identical appa-

ratus. In the laboratory the foam

coming out of the funnel is collected

m a baking pan. The interior of the 1-

g foam sample is coarser and the

cells are less uniform as compared to

the foam made in low-g (Fig. 4.10-3).

The large cells are badly deformed as

compared to the low-g foam. The

presence of large non uniform cells

in the ground-based foam made

physical property comparison of
little value.
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Project: Measurement of the micro-

gravity environment

UAH participant: Jan A. Bijvoet,

Robert S. Newberry, CMDS

Introduction

The aim of this activity is to de-

velop means to measure accurately

low-g disturbance levels during a

payload's free-flight phase and te

correlate measured quasi-steady
and oscillating accelerations with

rocket motions and experiment-gen-

erated disturbances. This activity

also supports other CMDS projects.
Two three-dimensional acceler-

ometers systems of different design
were used: The first, the MEA Accel-

erometer Package or LGAS (Low-G

Accelerometer System) on loan from

NASA's Marshall Space Flight Cen-
ter, uses three Kearfott 2412 acceler-
ometers. Since acceleration data are

integrated over one-second inter-

vals, a high accuracy measurement

of slowly varying, quasi-steady phe-

nomena is achieved. The output

noise limit is 1 x 10-_g and the bias

uncertainty about 3 x 10-_g

The second, a unit assembled by

the CMDS by Robert Newberry (Fig.
4.11-1), uses three QA-700 acceler-

ometers and a triaxial mounting
block from Sundstrand Data Con-

trol. Although the bias uncertainly of

this system is high (8x10-3g maxi-

mum) this system permits detection

of rapidly oscillating disturbances,

such as vibrations and very short
pulses.

Results

Three important results came

from preflight testing and the flight
itself.

First, it was decided to operate the
fully assembled payload, while sus-

pended from the ceiling of a high-

bay building, and run it through a

mission sequence test and record

low-g disturbances. This "suspen-
sion test" turned out to be most use-

ful: Earth's gravity could be "nulled-
out" in the two axes normal to the

payload/rocket central body axis

down to a level of about 10-_g. The

suspension method made these two

axes free of disturbances. Operating

the payload revealed the distur-

bances caused by fluid stirring mo-
tors, solenoid-actuated valves and

the cameras. Subsequent bench-test

investigations showed that the cam-

era pulses were caused by the shutter
and the film drive accelerations. The

suspension test is also important
because it allowed disturbances

measured on the ground to be corel-
lated with the measurements in

flight so as to obtain a better interpre-

tation of the in-flight phenomena.

In flight, the Consort guidance sys-

tem fired rocket thrusters during

low-g to compensate for a continu-

ous yaw motion. Tllese firings were
all correlated with the measured

peaks. As expected, the peaks are

larger in the LGAS Y- and Z-axes

which is normal for the body axes.
Second, a constant, anomalous

force was detected providing a con-

stant acceleration throughout the

low-g period of 7xl0-_g in the LGAS

Y-axis and 8xl0-Sg in the Z-axis. In
the X-axis this force is below the

measurement limit (<lOSg). The

composite residual force vector was
about 10-4g. This is the force as seen at
the location of the accelerometer.

Figure 4.11-2 shows where the
center of mass would have to be lo-

cated for residual rocket roll motions

to have caused the observed accel-

4.11

MEASUREMENT OF THE

MICROGRAVITY ENVIRONMENT

Figure 4.11-1

Robert Newberry of UAH finishes
installation of an accelerometer

package.

Figure 4.11-2
Accelerometer measurements in the

X axis is typical of LGAS measure-

ments during the flight. Arrows at

bottom indicate thruster firings.
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Figure 4.11-3
Residual "external" force measured

with NASA LGAS accelerometer on

Consort 1. To obtain this accelera-

tion, the dotted line indicates the

required center of mass for residual

roll rates of 0.8 rpm (top right), 1.0,

1.2, 1.4, and fast rpm rates (bottom

left).

eration. Since the roll motion was

very small and the CM was bronght
accurately to tile center during spill

balancing, there is no doubt that the
measured accelerations are due to an

anomalous force which could be

residual off-gassing, an air leak

through tile non-sealed doors, leak-

mg thrusters, or some other phe-
nomenon.

Finally, detection of the distur-

bances caused by operating the high-

temperature sintering furnace were

recorded by the LGAS package. The

composite maximum force vector
was close to the X-Z plane and was
found to be consistent with the de-

sign.

Outlook

It was deduced from the LGAS re-

cording in the X-axis that a sounding

rocket flight is very suitable for the
accurate calibration of low-g, low-

frequency accelerometers, a need

which readily became apparent,

Neither tile Space Shuttle orbiter nor

the Space Station can have an en-

tirely drag-free motion, whereas a

sounding rocket at apex will achieve

an interval of low ve]ocity relative to

the air, and also is brought to higher

altitudes. The right-hand end of the

LGAS X-axis recording shows the

drag increase at re-entry. It is evident

from this recording, in particular in

die X-axis (body axis), that some five

minutes of very low gravity condi-
tions (10" or lower) can be obtained.

A further consideration is that

sounding rocket onboard activities

can be less noisy than those of larger
vehicles.

Several complementary activities

suggested by these results are:
• Development of disturbance-free

experimental hardware such as
the use of video cameras,

smoothly acting solenoids, etc.
• Development of a standard cali-

brated microgravity-disturbance
measurement fixture for meas-

urements of individual experi-
ments during their development

phase, and

• Steps for improving the correla-
tion between measurement and

theoretical prediction.

4.12
COMMERCIALIZATION OF

SPACE FLUIDS MANAGEMENT

Project: Program for the commer-

cialization of space fluid manage-
ment within CMDS

UAH participants: Gerald R. Karr,

James Kramer, Thomas L. Cost,

Ru J. Hung, Mechanical Engineer-

ing Department

Introduction

As the commercialization of space
progresses in the next decade, we

forsee that a commercial opportu-

nity will exist for the storage and

handling of fluids in space. The gen-
eral concept of this program is the

management of fluids in space to

make available to all space vehicles
(manned or unmanned) the fluids

necessary for supporting missions in

space and on tile lunar surface.

Many different fluids, necessary

for various purposes, will be stored

and dispersed on demand to ve-

hicles in need of additional propel-

lants, life support fluids or other

fluids necessary to support space

systems. Future launch systems, for

example, could take advantage of

the ability to refuel after reaching

near-Earth orbit and then to carry

payloads to higher orbits or even

lunar or planetary, destinations. This

need for fuel storage and transfer is

recognized for many future systems.

Examples are storage and transfer of

cryogens (liquid nitrogen, oxygen,
hydrogen and helium) for use in sci-

entific experimentation, sensor cool-

ing, and life support systems. There
also is a need for basic fluid chemi-

cals to be stored in space for chemical

processing to produce a wide spec-

trum of materials required in space
manufacture.

This service of providing the vari-

ous fluids necessary for space opera-
tions will result in a cost-effective

operation due to the reduced nun>

ber of supply flights and tile more

efficient use of space resources.
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The NASA Office of Commercial

Programs has provided initial fund-

ing for exploring these prospects. A

12-month effort was set up that could

lead to the establishment of a pro-

gram for the Commercialization of

Space Fluid Management within the
CMDS.

The effort is divided into two

phases. The first will establish the

groundwork for a Workshop on

Commercialization of Space Fluid

Management in March 1990. The

second phase will include the Work-

shop with subsequent planning and

development of the commercializa-

tion program. The second phase will
also result in establishment of thc

long-range plans and definition ot

responsibilities of program mem-

bers. The major elements of the pro-

posal effort are discussed below.

Workshop preparation

The major technical issues which
must be addressed in the commer-

cialization program are:

° Economic analysis and predic-
tion,

• Fluid management (storage,

transfer, handling),

• Space structures and materials,

• Orbital operations and logistics,
and

• Safety and reliability.

Phase I began on June 1,1989, with
an intense one-month effort involv-

ing review of all existing published
material on space fluid management

and development of a draft program

statement for the proposed commer-

cialization program. This draft pro-

gram statement is expected to be

frequently revised and updated as

we proceed through and after the

planned workshop. The principal

investigator and the co-principal

investigators on the program began

a detailed economic analysis which

required input from other govern-

ment, university, and industrial ele-

ments. An important feature of our

analysis is to include the experience
of existing commercialization cen-

ters. In fact, the final program state-

ment to result from the proposed

effort is planned to include close

cooperation with other commerciali-

zation centers as appropriate. For

example, the UAH Center for Space

Propulsion, Center for Robotics, and

the CMDS are expected to be impor-

tant partners in this effort.

Planning the workshop was di-

vided among the UAH participants

with Karr taking the lead and coordi-

nating with existing consortiums as

his major responsibility. Hung led in

the recruitment of participants hav-

ing major interest in the prediction of

fluid/vapor/container interactions
and transfer mechanics. Cost led in

the recruitment of participants hav-

ing major interest in container manu-

facture and vehicular control dy-

namics. Kramer was responsible for

development of relationship with

selected industrial participants and

overall economic analysis. Work-

shop participants are to be selected

to represent the major technical and

business issues which face a pro-

gram for the Commercialization of

Space Fluid Management. The major

assembly of workshop participants

representative of all the relevant

technologies that will be focused on

Commercialization of Space Fluid

Mangement.

Workshop and

program establishment

During the second phase of the

planned effort, the workshop will be
held March 21-22, 1990. UAH has

been very successful in planning and

arranging many types of workshops.

This workshop will be limited to 50

to 60 participants over a two-day

period. The first half-day will consist

of a series of presentations on the key

technical and business issues facing
the Commercialization of Space

Fluid Management. In the second

half-day, the participants will be

divided into smaller working

groups which will solicit comments

and suggestions on future plans.

Participants will move into different

subgroups to continue the dialog

and development of plans. The team

leader in each subgroup will then

prepare a summary of the results of

the first day's effort. These summa-



rieswill bepresentedtoajointmeet-
ing of all workshopparticipantsat
thebeginningofthesecondday.The
teamleaderswill meetduringthe
secondhalf of the secondday to
preparethefinalprogramstatement
basedontheworkshopdiscussions.
The goalof the secondday is to
completethe developmentof the
basicprogramstatementwithplans
andobjectiveswhichhavehadbeen
reviewedandcommentedbywork-
shopparticipants.A written final
proceedingsoftheworkshopwillbe
preparedandmadeavailableto all
participants.

Theresultsof theworkshopare
expectedtogiveaclear guide to the
structure of the commercialization

program and its goals. The principal

investigator and the co-principal

investigators will then begin an ef-

fort to develop firm partnership

agreements with those groups that

best support the goals of the pro-

gram. These efforts are expected to

require considerable invoh, ement of

the principal investigator and his co-

principal investigators with careful

coordination between all parties and

potential members. At the end of the

second day, plans for the program

will be firmly established. It is ex-

pected that the program organiza-
tion can be established and success-

fully operating with 12 months from

the start of this proposed effort.

Results and conclusion

Since the program was initiated in

March more than 14 major briefings

have been provided to federal agen-

cies and contractors. Significant in-
terest has been elicited, and confer-

ence preparations are on schedule
for March.

For additional information The Consortium for Materials Development in Space is a joint effort of

organizations committed to promoting the commercial exploitation of the

space environment. The unique attributes of the space environment offer op-

portunities for materials processing unavaJJabJe to Earth-bound endeavors.

Some activities focus on development of specific materials or pilot proc-

esses; other address generic processes or equipment for product develop-

ment; still others pursure space investigations that generate knowledge hav-

ing economic value to Earth-based materials processes.

The Consortium is partially funded by the National Aeronautics and
Space Administration (NASA) Grant #NAGW-812.

For further information, contact:

Director,

Consortium for Materials Development in Space,

R.I., Box 209

The University of Alabama in Huntsville
Huntsville, AL 35899

(_205-895-6620)
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